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Abstract 
Single-crystalline rhenium films have been prepared by electron beam 
evaporation on polished single-crystalline sapphire at various substrate tem-
peratures T . Those with T > 1100 K show bulk behaviour at a superconducting s s 
transition temperature T 
c (= 1. 7 K) and resistivity at room temperature PRT 
t= 18.0 llrlcm) .A residual resistivity ratio r between 15 and 22 was obtained' 
for these films, Size effect measurements on films grown at 1300 K resulted 
-11 2 
in a value of 4.5 x 10 Ocm for the product p(T) x 1 (T), where 1 is the 
0 0 
mean free path of conduction electrons. Films grown at T ~ 1000 K had higher 
s 
values of T and of the residual resistivity p • Annealing experiments indi-c 0 . 
cated that these enhanced T - and p -values are due to defects, probably vacan-
c 0 
cies. 
Intrinsic defects were produced in poly- and single-crystalline Re-
films using 350 keV N- and 700 keV Ar-ions, The 6p resistive and inductive 
0 
T -enhancements as a function of deposited energy density Q are compared c 
for the two ion species which were irradiated mainly at RT. The increase in 




is independent of the ion type. At low fluences the 
0 
increase in p is attributed mainly to vacancies and at high fluences to the 
0 
formation of extended defects. Intrinsic defects caused an increase of 2.5 K 
in the inductive T -value. The increases in resistive T -values w:e.re. independent 
c c 
of the ion species. The T -enhancement is probably caused by vacancies pinned 
c 
to dislocations, extended defects alone do not seem to have any influence on 
T . Isoehranal annealing of p and inductive T supported these findings. 
c 0 c 
Impurity defect complexes produced by Ar- and N-implantations at a con-
stant Q-value caused the same increase in T . Inductive T appears to saturate 
c c 
at 3.0 K. For N-defect complexes higher p -values are obtained as compared to 
0 
Ar-defect complexes. 
Two metastable rhenium nitride phases namely ReN
0
_09 and ReN were ob- · 
served after implantation of N-ions. High stress values were obtained in the 
Re-films during the formation of these phases. The structure of ReN0 . 09 could 
not been identified. However, ReN was identified as a fcc(B1) structure whose 
lattice parameter was found to depend on the N-concentration. The highest T 
c 
observed by 9 at% N was 4 K whereas for ReN it was 4.5 to 5.0 K. Implantation 
14· 
of N-ions above 42 at% at LNT_produced an X-ray amorphaus phase with a Tc-
value of 6 K. An amorphaus Re-phase was also obtained by 20 at% P implanted 
at LNT with a T -value of 7 K. 
c 
*1· . ~qu~d nitrogen temperature 
Ionen-induzierte Eigenschaften von supraleitenden Rheniwnschichten 
Zusammenfassung 
Rhenium Schichten wurden durch Aufdampfen mit einer Elektronenstrahl-
kanone auf polierte, einkristalline Saphir-Substrate unter verschiedenen Be-
dingungen hergestellt. Bei Substrattemperaturen, T > 1100 K waren die aufge-
s 
dampften Schichten einkristallin und zeigten für viele Eigenschaften Werte des 
massiven Materials (T = 1.7 K, Widerstand bei Raumtemperatur = 18.0 ~Qcm). 
c 
Aus Sizeeffekt-Messungen an Schichten die bei 1300 K aufgedampft worden waren, 
wurde ein Wert von 4.5 x 1o- 11 Qcm2 für das Produkt p(T) ·1 (T) bestimmt, wobei 
0 
1 , die mittlere freie Weglänge für Leitungselektronen in Re ist. 
0 
Zur Erzeugung von Eigendefekten wurden poly- und einkristalline- Re-
Schichten mit 350 keV N- und 700 keV Ar-Ionen bei RT durchstrahlt. Es wurde 
eine Erhöhung von ~p sowie der resistiv-·und induktiv-gemessenen T -Werte 
0 c 
als Funktion der deponierten Energiedichte, Q beobachtet. Die Zunahme von 
bis zu Q-Werten von 10
25 
eV/cm3 ist unabhängig von der Ionensorte und wird 
der Existenz von Punktdefekten zugeordnet. Die starke Erhöhung von 6p für 
0 
0 
große Q-Werte wird der Existenz von Versetzungen zugeschrieben. Resistiv gemes-
sene T -Werte hängen von den T -Werten der unbestrahlten Probe ab. Induktiv c c 
gemessene Tc-Werte haben einen maximalen Wert von 2.5 K für Eigendefekte. 
Es wurde erwartet, daß neben dem Einfluß von Eigendefekten bei der 
Ionenimplantation zusätzliche Effekte auftreten. Zur Klärung dieser Frage 
wurden zunächst einige at% Ar- und N-Atome durch Implantation bei Raum-
temperatur homogen verteilt in die Schichten eingebaut. Ein Vergleich zwischen 
den Ergebnissen von Durchschuß- und Implantations-Experimenten bei gleichen 
' Q-Werten ergab einen maximalen T -Wert von 3 K nach Ar- und N-Implantation, 
c 
möglicherweise hervorgerufen durch die Bildung von verunreinigungsstabilisierten 
Defekt-Komplexen. Allerdings zeigten die mit Stickstoff implantierten Schichten 
größere p -Werte als Ar-implantierte Schichten. 
0 





sowie ReN. Die Phasenbildung ist von dem Auftreten höherer Spannungen 




ziert werden. ReN hat eine fcc(Bl) Struktur und der Gitterparameter hängt von 
der N-Konzentration ab. Der höchste induktiv gemessene T -Wert beträgt 4 K bei c . 
9 at% N. Der maximale T - sowie p -Wert für ReN war 5 K bzw. 230 ~Qcm. Nach 
c RT . . 
der Implantation von 42 at% N bei LNT wurde die Re-Schicht röntgenamorph, d.h. 
alle Röntgen-Reflexe verschwande. n. Dabei wurden maximale p - SO'die T _,,7erte von RT . c 
320 ~Qcm bzw. 6 K beobachtet. Eine amorphe Phase stabilisiert durch 20 at% 
P bei LNT hat einen T -Wert von 7 K. 
c 
C 0 N T E N T S 
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1. Introduction 
Pure and defect free single crystals of rhenium have a superconducting 
transition temperature, T ,of 1.7 K and room temperature (RT) resistivity 
c 
of 18.0 ~Dem /1,2/. Rhenium crystallizes in hexagonal close packed structure 
with lattice parameters,a = 2.760 Rand c = 4.458 R,and belongs to the 7th 
group of the periodic table with 7 valence electrons/atom,(e/a).According to 
the empirical rule of Matthias, the T of transition metal alloys can be pre-
c 
dicted using only the average nurober of e/a. The experimental curve for Tc 
as a function of e/a shows a maximum in T for a value of 6.5 /3/. Thus al-
c 
loying of Re with other transition metals lying on the right (left) side of 
it in the periodic table, would lead to an increase (decrease) of Tc. Further 
in terms of Miedemas theory /4/, it is expected that impurities with an elec-
tronegativity smaller (larger) than that of Re would increase (decrease) Tc. 
Chu and co-workers /5/ observed, however, that T of Re increased wi th small 
c 
additions of impurities from either side of the periodic table in contrast 
to other superconductors. This anomalaus behaviour of Re has also been ob-
served by other authors /6,7/. 
It has been observed by Hauser and Buehler /8/ that T of Re-single 
c 
crystals increases if annealed to higher temperatures and subsequently 
quenched. They also noted that plastic deformation does not affect T of a 
c 
well annealed Re single crystal, however, it caused increase of Tc for an as-
grown crystal. These effects were attributed to vacancies. Kopetskii et al. 
/9/ studied the plastically deformed Re-single crystals with the help of an-
nealing and quenching experiments and concluded that vacancies and disloca-
tions have a marked influence on the change in T • Thus not only alloying 
c 
of impurities but also defects will affect T of Re. However, the possibility 
c 
of the formation of impurity-defect-complexes cannot be excluded, as well and 
might be responsible for T -enhancements. 
c 
To explain this phenomenon the above mentioned workers /8,9/ have as-
sumed the following: since the band structure of Re has singularities in the 
electron density of states near the Fermi level, N(EF), an:d the Fermilevel 
is located at the front edge of the singularity /10,11,12/, enhanced scat-
tering by impurities or defects would cause a smearing of the peak near 
N (EF) • Thus an increaseün N(Ep.) may be responsible for the observed Tc-en:hance-
ments. 
Polvov et al. /13/ have shown that plastic deformation in Re-single 
crystals produced an increase in the specific heat but electron density of 
- 2 -
states did not change within 5%, The increase in specific heat is explained 
by reduction of the Debye temperature and as a result,softening of the phon-
on spectrum is supposed to be responsible for the increase in T . However, the 
c 
question remains open about the nature of defects which caused the increase 
in specific heat and T • 
c 
To test further the validity of the Miedemas theory, Meyer /7/ has im-
planted many elements with a wide range of electronegativity values in Re-thin 
films. He observed that the implantation of s-, B-, Cs-, N- and Zn-ions up to 
40 at% increased the T in each case up to 4.5 - 5.0 K,whereas implantation of 
c 
Zr-, Ti- and Y-ions enhanced T 
c 
by 1 - 3 K/at% (up to 9 K). No explanation 
was presented for the observed T -enhancements. In these experiments implanted 
c 
ions came to rest in the rhenium films. Therefore not only intrinsic defects 
are produced but due to the presence of impurities, impurity-defect-
complexes or metastable phases may also be formed. 
The aim of the present work was to separate the influence of the var-
ious above mentioned effects on resistiv.ity, T and structure of the Re-
c 
thin films. Ion implantation and ion irradiation is thought tobe the best tool to 
produce such effects separately and has, therefore, been utilized for this purpose. Use of 
chemically inert ions with sufficiently high energy would create only intrin-
sic defects if irradiated through the films. Therefore the study of ion ir-
radiation requires that the f±lm thickness should be .much smaller than the mean 
projected range of the ions, R • Similarly for homogeneaus ion implantation ex-
p 
periments; the energies of the ions are so selected that ions come to 
rest in the film and could produce impurity-defect-complexes or metastable 
phases. The metasuable phases could be detected by X-ray diffraction. 
The essential condition for performing such experiments is to prepare 
high quality Re-thin films with bulk properties e.g. RT-resistivity, T etc. 
c 
It is further necessary that the thickness dependence of the resistivity 
and T should be known. This is required to avoid the increase in resistivity c 
resulting from size effect. Thus the film thickness should be greater than the 
mean free path of conduction electrons, 1 . 
. 0 
In the following chapter(2} ,the sample preparation and experimental 
methods are described. The results of the present study are presented in 
chapter 3, which is divided in to three sections. In the first section the in-
fluence of preparation parameters such as substrate material, substrate tem-
perature etc. on T , resistivity and the structure of the thin films is pre-
c 
sented and the thickness dependence of resistivity is used to determine 1 . 
0 
In the second section the influence of intrinsic defects produced by Ar-
- 3 -
and N-ion irradiation on the resistivity, T and structure is described. The 
c 
nature of the defect structure is studied by isoehranal annealing experiments. 
In the last section of this chapter homogeneaus ion implantation experiments 
are described. The Ar-ions are used to study the influence of mechanical ef-
fects such as development of high stresses in film, whereas N-ions are used to 
produce impurity stabilized defects and metastable phases as a function of 
ion.concentrati6ns. The P-ions are used to create an amorphaus phase of the 
Re. The discussion and conclusions of this study are presented in the last 
chapter. 
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2. Experimental Methods 
2.1 Film Preparation: 
An electron beam gun with a maximum input power of 6 kW was used to 
deposit the films from high purity double-zone refined rhenium in an UHV 
-8 
chamber. The pressure in the chamber was typically 1x10 Torrbefore the 
electron beam was focused on the rhenium cylinders and rase to 1x10-S Torr 
after the beam was turned up to the intensi ty used for evaporation. Then the 
pressure dropped slowly and evaporation was continued for about two minutes 
before the shutter was opened for the film deposition. At this stage the pres-
-7 sure was typically 1x10 Torr. 
The evaporation rate could be varied by changing the input power of 
the electron gun. This was varied between 1 and 20 ~/sec. Different sub-
strate materials such as carbon, quartz and sapphire were used but films 
were mainly grown on polished sapphire substrates (also called polished 
substrates) . Films were also evaporated onto rough sapphire substrates 
(also called rough substrates). To obtain rough substrates, the polished 
substrates were gently lapped on wet boroncarbide (grain size 'V 300 mesh) for a 
few minutes until the surface was no langer shining. Then the substrates were 
rinsed successively in water, methanol and acetone to remove the dust part-
icles. 
The substrates (of dimensions 25 mm x S mm x 1 mm) were mounted on a 
Mo-sample holder which could be heated by electron bombardment. The substrate 
temperature, T ,was varied between room temperature (RT) and 1330 K and was 
s 
measured by a pyrometer. 
2.2 Ion Implantation of Thin Films: 
In this work two different types of ion beam irradiation were per-
formed. In ion implantation experiments, impurity atoms were nearly homoge-
neously introduced within the film thickness. In ion irradiation experiments, 
ions had energies high enough to penetrate through the Re-films and came to 
rest in the substrate, thereby producing-only defects due to the interaction 
of the ions and the Re-atoms. In such experiments the stopping of the irra-
diated ions, their range straggling and distribution of defects which depend on 
the penetration depth at which the concentration of implanted ions reaches 
its maximum value,are of considerable importance. These have been discussed 
in detail in the literature /14-16/. 
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For both the above mentioned experiments a 350 keV heavy ion accele-
rator installed in the "Institut für Angewandte Kernphysik I, Kernforschungs-
zentrum Karlsruhe" was used. The construction and the principles of this ac-
celerator have already been described in detail by Langguth /17/ and Ziemarm 
-6 
/18/. During ion implantation the vacuum in the beam line was 10 Torr 
-7 while in the implantation chamber it was 10 Torr. An aperture system was 
used before the sample so as to suppress the secondary electrons which in 
turn helped to determine the fluence from the amount of (ion-) current pass-
ing through the sample. 
2.2.1 Ion Irradiations: 
For these experiments the rhenium films were irradiated with 350 keV 
N-ions and 700 keV Ar-ions at RT as a function of ion fluence in the range 
of 1o
12 
to 2 x 1o
17 
ions/cm2 • The temperature dependence of the irradiations 
was also studied. For this purpose, Ar-ion irradiation were performed at 
liquid nitrogen temperature (LNT). The ion current during RT irradiation was 
between 3 and 6 A/cm2 and for LNT 1 it was 1 A/cm
2 . 
The mean projected range, R and the energy density profiles of the 
p 
bombarding ions were calculated employing a computer programm of Biersack and Hagg-
mark /19/. The 3SO keV N- and 700 keV doubly charged Ar-ions in Rehave a 
R -value of about 1903 R and 1861 R, respectively. For N-ion irradiations, p 
Re-films of a thickness from 600 to 1400 R were used whereas for Ar-ion irradia-
tions, the thicknesses were 740 to 1200 R. The deposited energy density from 
nuclear collisions in addi tion to other processes for N-ions increased from 8 
to 20 ev;R within the film thicknesses used. For Ar-ions, it was 69 ev/R at 
the surface and increased to 105 ev/R at a depth of 1200 R. 
In order to estimate the cross-section for primary collisions 1 a d 1 the mean 
energy transferred in such a collision1 T, the mean free path of the bombard-
ing ions, 1 , and the concentration of the displaced atoms, Cd1 due to 
17 pk 2 
2 x 10 ions/ cm 1 a Nielsen potential has been used /20/. The calculated values 
for 350 keV N-ions and 700 keV Ar-ions are summarized in Table 1. The aver-
age threshold energy used in these calculations for defect production in 
polycrystalline Re thin films is 40 eV /21/. Since 1 k for Ar-ions is 24 ~ as p . 
compared to 63 R for N-ions, the density of defects produced along the track 
of Ar-ions is higher in comparison to N-ions. 
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Table 1 
Comparison of darnage production parameters for 
350 keV N-, and 700 keV Ar-ions. 
(DE/dx) Nuclear ev/R 
Average Nurober of 
vacanciesjion/~ 




2.38 X 1o- 17 
T/eV 1509 






6.24 X 10- 17 
3191 
1pk;R 63 24 
--------------------------------------------------
2.2.2 Homogeneaus Ion Implantations: 
The homogeneaus ion implantation (also called ion implantation) 
experiments were performed with Ar-, N- and P-ions. Ar-ions were implanted 
only at RT while P-ion implantations were carried out mainly at LNT. N-ions 
were implanted at 475 ~' RT and LNT. Three different energies were used to 
obtain a homogeneaus implantation profile which was calculated with a compu-
ter programm /22/ using R and 6R values based on LSS theory /23/. Table 2 . p p 
gives some of the calculated energies and fluences used to obtain homogene-
aus profiles of Ar-, N- and P-ions and such a calculated profile for N-ions 
in Re (700 R) is shown in Fig. 1. Except for the surface region, a reasonable 
homogeneaus distribution is seen. 
The homogeneity of the implantation as a function of the depth was 
tested by Rutherford backscattering (RBS) of 2 MeV ·ae-particles as de-
- 7 -
Table 2 
Calculated energies and fluences necessary to get a homogeneaus implantation 
profile for different ion-target (rhenium)combinations and film thickness. 
The value of Rp and ~Rp used for these calculations are also given in the table. 
The given fluence values produce a concentration of 1% At implanted ions. 
Ion Film thickness/R Energies (keV) R ;R ~R ;R Fluences (ions/cm
2) 
p p 
N+ 560 20 137 117 9.57E14 
60 376 170 7.20E14 
130 822 518 8.55E15 
N+ 700 20 137 117 1.09E15 
60 376 170 6.75E14 
110 693 393 6.27E15 
N+ 900 20 137 117 9.58E14 
60 376 170 8.05E14 
140 886 556 9.22E15 
N+ 1190 30 198 140 1.36E15 
100 629 220 8.56E14 
170 1080 646 1.04E16 
N+ 2100 50 316 167 1. 20E 15 
110 693 393 3.63E15 
300 1916 920 1. 52E16 
p+ 560 30 108 47 1.80E14 
70 225 169 1.41E15 
240 720 419 6. 93E15 
Ar+ 1300 60 170 135 1.09E15 
170 434 266 2.66E15 
460 1162 564 9.28E15 
Ar+ 1520 80 219 152 1. 27E15 
220 554 324 2.90E15 
550 1390 641 1.05E16 
Ar+ 2000 50 146 232 2.66E15 
280 705 390 3.87E15 




100 200 300 400 
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Fig. 1 
Calculated implantation pro-
file for N in Re (700 R) . 
The implantation energies and 
their fluences are for 1% At. 
scribed in the next section. Such an RBS spectrum of a Re-film before and 
after the implantation of 45% At N is shown in Fig. 2. In the RBS spectrum 
of an implanted sample, a decrease in the peak height accompanied by an 
increase in peak width is registered as compared to the unimplanted sample. 
This is due to the increased energy loss of He-particles through the im-
planted N-atoms. The smooth plateau indicates the homegeneous distribution 
of the N-ions in the Re film. The total peak area is indpendent of the 
energy loss and is proportional to the number of Re-atoms. In the calculated 
profile there was an inhomogeneity at the surface region of about 150 ~ 
which could not be observed in the RBS spectrum. This may be a result of the re-












RBS spectrum of an Re film, 
before and after impl~ta­
tion of. 45% At.N. The smooth-
ness of the plateau for im-
planted film indicates that 
implanted ions are homogene-
ously distributed. 
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2.3 Rutherford Backscattering (RBS) 
RBS was used to determine the film thickness, ho~ogeneity and concen-
tration of impurities. For these measurements a monoenergetic beam of 2 MeV 
He-particles obtained from a Van de Graaff .accelerator was used perpendicularly 
to the film under investigatiou. The nurober of the backscattered particles as 
a function of energy were registered with a silicon surface barrier detector 
located at 165°, equipped with a preamplifier, main amplifier, ADC and a mul-
tichannel analyser. The He-particles will be scattered with higher energy 
from heavy elements as compared to the light ones. Thus using a calibration 
sample under the same experimental conditions, it is possible to identify dif-
ferent elements present in the film. The peak height at a particular ene_rgy is 
a measure of the quantity of that element and the peak width is a measure of 
the film thickness, t, given by /24/ 
= L\E • [N]Re 
t [ t;J 
where 
.6E: width at half maximum of the Re-peak an the_ energy scale, 
[N]: atomic concentration of Re, 
[t:]: stopping cross-section factor for 2 MeV He-particles in Re. 
The factor [t:] takes into account the energy lass of the incident He-part-
icles during backscattering. This must be calculated from the stopping 
cross-section and kinematic factor_ of the target (Re) atoms /24/. These values 
are tabulated in Ref. /25/. Thus 
[t;] 
[N]Re 
= 136 · 6 ev/R 
If the ratio of the impurity to Re-atoms is denoted by m/n, the 
sensitivity of the RBS to the impurity concentration can be predicted 
as follows /24/: 
Himp • crRe(E) m 
-= 











H. and H are the peak heights for impurity andRe, respectively, 
~mp Re 
cr. (E} and crR (E) a:te' the scattering cross sections for impuri ty and 
~mp e · 
Re, respectively. 
The decrease in film thickness after ion implantation, (if observed)· 
would be a measure .of the sputtering effect. The accuracy of the thickness 
measurements in this work ·was ±5%. Figure 3 presents two characteristic RBS · 
spectra of Re-thin films. For films evaporated onto quartz or sapphire, the 
sensitivity of RBS to nitrogen or oxygen was limited by 5% At. The films 
grown on carbon substrates increased this detection limit to about 2% At. 
PROBE : RHENIUM 
28 2MeV A 






Fig. 3 RBS spectra for 2 MeV He-particles on two Re-films 
deposi ted on quartz substrates.. Signals from Oxygen 
and Si are also indicated. 
2.4 Resistivity and T Measurements: 
c 
The specific resistivity at RT, pRT' and the specific residual re-
sistivity, p , were measured by the standard four point method. The valtage 
0 
drop across 2.5 mm or 5 mm length of the sample was measured for either 100 
or 400 ~. The residual resistivity ratio, r,defined as the ratio of the spe-
- 11 -
fic resistances at RT and just before the ·. transi tion into the superconduct-
ing state, was also determined. The r-values are very sensitive to defects 
or impurities and are considered as a quality factor for the film. 
For temperature measurement a Si-diode was used. The reproducibility 
of temperature measurement was ±0.05 K. The resistive T was measured using 
c 
the standard four-probe method. T was also measured inductively. For this 
c 
purpese a conically shaped primary coil located above the sensor coil, fixed 
to a sample holder /26/ was used. The sample was placed directly on the sen-
sor coil. The magnetic field of the primary coil is varied by 970 Hz thus 
inducing a voltage of 1 mV in the sensor coil. As the sample becomes super-
conducting, the magnetic field is expelled and leads to a reduction of in-
duced voltage in the sensor coil. The amplified signal along wi th the tempe-
rature measured by a Ge-resistor is recorded by an X-Y recorder. To measure 
a superconducting transition by the inductive method, there must be a set of 
high T fibres which allow a circular current to flow. In centrast for the resistive c 
method only a few high T fibres are required along the length of the sample. 
c 
Generally the value of the inductive T was smaller when compared to the re-
c 
sistively measured T -values. The inductive 
c 
T is considered to be more re-
c 
presentative of a volume effect. 
which the resistive or inductive 
T is defined here as the temperature at 
c 
signal has dropped below its normal value 
by 50%. The transition width b.T was the temperature region in which resis~ 
c 
tive or inductive signal dropped from 10 to 90%. The lowest temperature at-
tainable in the cryostat was 1.4 K. 
2.5 Thin Film X-Ray Diffraction: 
Thin film X-ray diffraction measurements were undertaken to determine 
the phase, lattice parameters, grain size, elastic strains and texture ef"" 
fects in thin films. For this purpese a thin film Guinier camera based on 
Seemann-Bohlin geometry with the facility of film cassette and a diffractome-
ter was used. One of the significant advantages of using this focusing geo-
metry is that one can use a small angle, y, between the incident X-ray beam 
and the surface of the thin film. This increases the effective film thickness 
by a factor of 1/sin: y (heglecting the absorption), thereby decreasing the scatter-
ing of the X-rays from the substrate and hence resulting in a decrease of the 
-:' 12 -
background intensity. In this work y=10° was used, i.e. the effective film 
thickness as compared to the normal incident beam method is increased by a 
factor of 6.4. The primary X-ray beam which was passed through a Soller slit 
system was limited by an aperture to a vertical size of 5 mm. X-rays were ob-
tained from a Cu-fine focus tube (8 x 0.1 mm2) and a Ge-crystal was used as 
a monochromator. The fine adjustment of the monochromator made it possible to 
separate CuKa1 and CuKa2 
lines. The CuKa
1 
line with a wavelength of 1.5405 R 
was used as the primary beam. The apparatus was ca1ibrated both for photo-
graphic as well as diffractometric.measurements with an Au-film calibration 
sample which was evaporated on quartz and was 5000 R thick with a lattice pa-
rameter of nominally 4.078 R. 
The lattice parameters of the rhenium films were determined by a pho-
tographic method using an Au standard. A computer programm /27/ has been used 
to index the X-ray lines and the lattice parameterswere determined using the 
least squares method (LSQ) . However, the programm requires information about the 
crystal structure and approximate values of lattice parameters as input data. 
The error in the lattice parameters was 0,006 R. 
Different thermal expansion ceofficients of the film and the substrate 
on which it is grown, introduce thermal stresses in the film resulting from 
the elastic thermal strains. The information about these strains could be col-
lected using a Seemann-Bohlin geometry. Due to this effect a different value 
of the lattice parameter is obtained for every reflection (hkl) in case of the 
cubic structures /28/. In the case of hexagonal structures this information 
could be extracted from the d-values if the film is considered to be a homm;re-
neous elastic medium. So the maximum strain, E:<P' in a direction at an angle <P 
from the normal to the film is given by /28/ 
<P + y 
Now it is assumed that strain components in all the three orthogonal direc-
tions are equal and the changes in d-values i.e. (d - d)/d = ~d/d are plotted 
m 
against cos 2<1> where d and d are the measured and the calculated d-values, re-
m 
spectively. This plot gives a straight line. The intercept of this line at cos 2<1> 




is negative, the film has compressive strains 
while for positive value the film has tensile strains. Results of such calcula-
tions are shown in Fig. 4. The Re-films grown on quartz have tensile strains. In 
contrast, films grown on polished sapphire substrates have compressive strains. 
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Fig. 4 
Effect of thermal 
strains on the 
d-values of Re 
films evaporated 
on to quartz and 
polished sapphire. 
The crystallite size, D was determined from x-ray line broadening 
using the formula of Scherrer /29,30/. 
D KA/(ß-b) cos 8 
K is a constant approximately equal to unity and depends on the crystallite 
shape; ßis the full width at half maximum of the x-ray line; bis the width 
of the line broadening produced under similar geometrical condition by the 
same material with a crystallite size well above 1000 R. Here b was taken as 
zero; e is Bragg's angle; and A is the X-ray wavelength. For both the po-
lished and rough substrates, the broadening of each X-ray line was used to 
calculate the crystallite size. The average value obtained. is denoted by D. 
Intensities of the X-ray lines were measured with the diffractometer. 
The intensity of the Au-standard was used for control. The spectrum was re-
gistered in a multichannel analyser which allows for automatic peak 
integration. A linear background correction was also applied. The integrated 
peak area gave the intensity. 
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2.6 Annealing Experiments: 
Annealing experiments were performed in an evacuated steel tube at 
-7 pressure of around 10 Torr. A movable ceramic tube oven, heated up to the 
desired temperature was then moved over the steel tube in which the sample 
had been placed. Just before shifting the oven over the steel tube, the va-
-7 cuum was 5 x: 10 Torr and depending on the annealing temperature rose to 
10-
6 
Torr. The highest annealing temperature was 1473 K which was measured 
by a thermocouple. The annealing experiments were isoehranal and samples 
were annealed every time for 30 minutes at a given temperature. 
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3. Results: 
3.1 Thin Film Pro2erties: 
The electrical and superconducting properties of the Re-films along 
wi th their crystallographic phase and lattice parameters were determined as. 
a function of preparation parameters such as rate of evaporation, R, pressure 
in evaporation chamber, p, substrate material (quartz, sapphire, carbon), sub-
strate temperature, Ts,annealing temperature, TA, substrate surface (rough or 
polished) and film thickness i t. 
3.1.1 Influence of Preparation Parameters: 
3.1.1.1 Evaporation Rate and Pressure: 
To investigate the influence of the above mentioned parameters on resisti-
vity, T and structure of evaporated films a systematic procedure was adopted. 
c 
Each t:i:ilne',only one parameterwas varied and all others were kept constant. Table 3 
shows the properties of films evaporated at R-values between 1 and 20 R;sec by 
keeping t, p and T constant. Similarly Table 4 shows the resistivity, T and 
s -8 -5 c 
structure of the films for which only p was varied between 10 and10 Torr. 
I 
~ 











F ilrns evaporated onto polished sapphire and quartz with t " 1500 R, 
T8 = 900 K and p = 10-
7 Torr as a function of R. 
R Lattice parameters Resistivity 
V
0
[l1 3J -[vllcm]- resistive 
R/sec a[RJ c[RJ 
r 
PRT Po T0 [K] 
1.1 2. 761 4. 461 29.451 21.2 3, 7 5, 7 2,08 
2;5 2. 762 4.462 29.479 21.0 4.6 4.6 2.27 
5.1 2. 761 4. 456 29.418 19.0 5,1 3. 7 2.06 
6, 7 2.762 4. 457 29.446 22,0 6,0 3. 7 2.20 
9.0 2. 761 4. 456 29.417 18.0 4. 5 4,0 2.18 
13,6 2.764 4.458 29.495 19.2 5,8 3.3 2.16 
20.5 2. 766· 4·. 450 29.484 20.5 6,2 3,3 2.19 
1.5 2. 758 4.463 29.400 22.9 4. 9 4.7 2. 35 
4,2 2. 763 4. 461 29.493 24.5 6,5 4.1 2.30 
6. 8 2.763 4. 459 29.480 . 22.8 5. 3 4.3 2.10 
12.9 2. 766 4. 450 29.485 25.0 5,0 5,0 2,25 




























Films evaporated as a function of pressure in vacuum chamber, p on quartz and 
sapphire, at T
5 
= 900 K, R = 3 R;sec and t = 1500 l(, 
p Lattice parameters Resistivity resistive 
vrR
3
J -r~ncmJ-Torr a[RJ c[RJ PRT Po 
r T
0
[K] 6T0 [K] 
1.10- 5 2. 759 4.464 29. 428 23.0 4.6 5.0 2.25 0.10 
3.10-6 2. 759 4.465 29.434 22.7 4. 9 4.6 2.00 0,20 
5.10- 6 2. 760 4.463 29.443 21.2 4.7 4. 5 2.30 0,25 
1.1o- 7 2.762 4.458 29. 452 24.1 5.3 4.5 2.19 0.18 
1.10-8 2. 763 4. 459 29.480 21.5 4.1 5. 2 2. 21 0.19 
1.10-5 2.764 4.462 29.521 24.4 4.3 5. 7 2. 23 0.17 
1.10-6 2.763 4. 463 29.507 19.8 5. 2 3.8 2.31 0.25 
1.10- 7 2. 761 4,458 29.431 25.6 5.8 4.4 2,18 0,20 
5.10-7 2,766 4.450 29.485 23.2 4. 9 4. 7 2. 21 0.15 
1.10-8 2.762 4. 458 29. 452 22.4 5. 5 4.1 2.25 0.23 
Variations of R and p in the above mentioned range, did not affect either 
the resistivity at RT, p T' T or the structure. However, it can be seen that 
R c 
the values of pRT and Tc obtained here are somewhat larger than the bulk Re 
which has a pRT value of 18.0 ~ncm and Tc-value of 1.7 K. 
3.1.1.2 Substrate Material: 
As a next step the influence of substrate materials on film proper-
ties was studied. In general the films grown on quartz were not stable and 
cracked after a few hours depending on the film thickness. Typical resistive 
Tc-values of 2.2 to 2.6 K and pRT-values of 22 - 27 ~ncm were observed. Films 
grown on polished sapphire substrates at T below 650 K were also unstable 
s 
and cracked at RT, 2 to 3 hours after their formation. For these films re-
sistive Tc-values of 2.9 to 3.3 K and pRT-values of 65 to 70 ~ncm were re-
gistered. These observations are in agreement with the work of Frieberthauser 
et al. /1/. Due to this instabili ty ,the films grown below 650 K could not be 
analysed further. 
A strong influence of the substrate material on the elastic strains 
in the films was noted. When an evaporated film and the substrate on which 
the film is grown have different thermal expansion coefficients, changing 
the temperature of the combination will introduce elastic strains in the 
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films. Due to this effect a different value of the lattice parameters is ob-
tained for every reflection (hkl) in the Seemann-Bohlin geometry /28/. This 
analysis showed that films on sapphire have compressional strains while those 
grown on quartz have tensile strains, Films on quartz have a stress value on 
10 -2 the order of 10 dynes cm which is four times larger than the films grown 
on sapphire (Fig. 4). As mentioned above, the films on quartz are not 
stable. High strains in these films may cause this instability. 
Dependence of p T' p or T on these strains was not observed. From 
R o c 
literature data /30/ it can be estimated that for Re a pressure which corres-
ponds to elastic strains would lead to a decrease in T of 0.1 K. 
c 
Thus it may be concluded that the strains in these films are not responsible 
for the observed high T -values. 
c 
3.1.1.3 Impurities: 
Impurities are known to effect the physical properties of thin films. 
Thus a knowledge.of the impurity content is very important. RBS on the Re 
films showed that heavy elements (Z ~ 15) were not present in the detection 
limit of <±1 at%. On a few randomly selected films proton induced x-ray 
emission measurements were undertaken. The results confirmed the findings of 
RBS and no traces of heavy elements (Z > 11) on the order of parts per mil-
lion could be detected. RBS showed that the oxygen and nitrogen content in 
films was below 2 at%. The influence of oxygen on the electrical and super-
conducting properties of the Re-films was further studied on films grown in 
-5 an oxygen atmosphere of 10 Torr at 900 K. RBS showed that these films had 
6 at% oxygen. However, no significant difference was found in the PRT' Tc 
and lattice parameters of these films as compared with those grown without 
oxygen. 
There is little probability that nitride or oxide of rhenium may form. 
above 900 K. This is due to the fact that rhenium nitride /31/ and rhenium 
oxide /32/ decompose at 553 K and 825 K, respectively. No rhenium carbide 
has been observed until now /33/. Hence it may be concluded that the high 
values of p and T as compared to the bulk Re in the above mentioned films RT c 
are not due to impurities but,as will bediscussed later, could be due to in-
trinsic defects produced during film growth or cooling to RT. 
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3.1.1.4 Substrate Temperature: 
The film quality was considerably improved by increasing the substrate 
temperature. This is obvious from Fig. 5 where the residual resistivity ratio, 
r is plotted as a function of substrate temperature for polished and rough 
substrates. The value of r increases for both polished and rough substrates 
as T is increased from RT to 1330 K. A larger increase in the r-values is 
s 
observed for polished substrates and a value of 22.0 is obtained as compared 
to 7.8 for rough substrates at T ~ 1330 K. Therefore, it may be concluded . s 
from Fig. 5, that the films grown on polished substrateswill have fewer defects 
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tio as a function of sub-
strate temperature for 
1000 ~ thick Re-films 
grown on polished and 
rough substrates,r-values 
for two sets of films are 
plotted in each case • 
In F.ig. 6 the residual resistivi ty, p , as a function of T is shown 
0 s 
for polished and rough substrates. The values of p are observed to decrease wi th 
0 
increasing T • For rough substrates, p -values are higher than those for po-. s 0 . 
lished substrates. Fig1,1re 6 also presents the values ofthermal part of resistivity, 
Fig. 6 
Residual resistivity p 
as a function of sub- 0 
strate temperature for 
films grown on polished 
and rough substrates. 
Two sets of films in 
each case are plotted. 
Thermal part of resis-
tivity as a function,·of 
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SUBSTRATE TEMPERATURE I K I 
10 
Pth' as a function of T where p is the difference between p and p • The val-
s th ~ 0 
ues of pth appear tobe constant above 1090 K i.e. Matthiesen rule is viol-
ated for-filrns evapo~~ted onto polished substra:t.eE? ~t Ts < 1090 K~ 
In Fig. 7 the superconducting transition ternperature is plotted for 
polished and rough substrates as a function of T • Here the 
s 
T -values of dif-
c 
ferent charges are in good agreernent. Since the resistively rneasured T -values c . 
for rough- and polished-substrates are approximately the sarne and show the 
same functional dependence on 
plotted. A resistive T -value 
c 
T , only those for the polished substrates are 
s 
of 2.7 K is obtained forT ~ 850 K which de-
s 
creased and reached a value of 1.7 K at 1330 K. Irrespective of the substrate 
surface, bulk T -values are always obtained at high substrate ternperatures. 
c 
At low Substrate ternperatures inductive T values are higher for polished 
c 
surfaces. As willbe discussed lat~r,this rnay be. due to the homogeneaus distri-: 
bution of the vacancies in this case. For rough substrates the transition 
ternperature width is broader than for polished substrates indicating a 
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3.1.1.5 Structure: 
Fig. 7 
Inductively - and resistively -
measured Tc of Re-films as a 
function of substrate temperature. 
Inductive Tc-values are shown for 
films grown on both, polished and 
rough substrates. Again two 
sets of films in each case are 
plotted to show the reproducibi-
lity of the results. 
The structure of the films was also investigated as a function of T • s 
The films grown on polished sapphire substrates above 1000 K showed 
texture effects. At 1330 K nearly single-crystalline films with 
crystallite orientation in [0001] direction is obtained. The number of X-ray 
lines was found to decrease with increasing T • At 700 K, 12 X-ray lines are 
s 
detected, whereas between 1150 and 1330 K only 2 to 3 X-ray lines are observed. 
Above 1150 K the lattice parameters could not be determined due to the absence 
of a sufficient number of X-ray lines. All films evaporated either on quartz 
or sapphire revealed the hcp Re-structure with lattice parameters and cell 
volume slightly above the bulk material. Table 5 shows the lattice parameters 
and cell volume as a function of T for films evaporated onto polished and 
s 





Lattice parameters and cell volume of Re~hcp phase as a function of T s 
for films grown on polished and rough substrates. For polished substra-
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Since the films on polished substrates showed texture or single-crys-
talline structure above 1000 K, films were also grown on rough substrates as 
a function of T so as to obtain polycrystalline films at high T -values. 
s s 
These films always showed 16 X-ray lines from Re-hcp phase tagether with 4 to 
5 X-ray lines of a new phase. At T between 1150 and 1330 K the number of 
s 
lines which did not beleng to Re-hcp phase increased to 8,thereby indicating 
that l:J_igh substrate temperature favours the formation of a new phase which 
most probably is a X-phase and belongs to Al5Re 24 /34/. This phase is formed 
by the reaction of Re wi th the sapphire substrate. Intensi ty measurements of X-ray 
lines give a rough idea about the quantity of this phase. The amount of Al5Re 24 
phase increased from 1 to 7% (compared to Re) as T was increased from 850 to s 
1330 K. The changes in lattice parameters and cell volume in this case also do 
not depend on T (Table 5) • 
s -The average crystallite size D as a function of Substrate temperature 
is presented in Table 6 tagether with the values of residual resistivity and 
inductively measured T • A slight increase of Ö with increasing Substrate tem-· c ' 
perature is noted. At low T there exists a difference in crystallite size be-
s 
tween rough and polished Substrates which seems to correlate with the diffe-
rent p values. This correlation, however, does not exist at h_igh T -values 
0 ' s 
indicating that p is not determined by grain size even at low T • This will 
0 s 
be discussed further below. 
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Table 6 
The crystallite size, residual resistivity, inductive superconducting tran-
sition temperature for polished- and rough...,.substrates as a function of sub-
strate temperature. 
Average crystallite size, Residual resistivity Inductive T [K] c 
T [K] n[~J Po [)..lQcm] s 
polished rough polished rough polished rough 
850 275 362 19.1 47.5 2.48-2.60 1.60-2.13 
920 294 472 6.9 48.9 2,00-2. 19 1. 70-2.13 
1030 410 427 3.5 28.8 1. 52-1.65 1.65-2.05 
1090 404 491 2.9 18.9 1. 50-1.60 1.60-2.00 
1150 325 548 1.9 12.5 1.55-1.70 1.40-1.60 
1240 s.c. 487 1.3 8.4 1.60-1.70 1. 45-1.76 
1330 s.c. 559 0.9 7.3 1.60-1.75 1.45-1.60 
s.c.: single-crystalline film 
3. 1 ~-l.-6 Annealing ·Experiments on as Grown Films : 
In order to determine the type of defect responsible for high values 
of T and p ,isochronal annealing experiments were performed on films evapo-c 0 
rated onto polished and rough substrates at 700 K. Figure 8 shows the induc-
tive Tc values as a function of annealing temperature, TA. No recovery is ob-
served up to 600 K as expected. For polished substrates recovery is noted at 
about 0.20 T and 0.27 T (T 
m m m melting point for Re: 3453 K). With increasing 
annealing temperature the transition width increased from about 0.20 K to 
0.65 K at 0.22 T and decreased to 0.30 K at 0.31 T • For rough substrates no m m 
significant recovery stages are observed and at 700 K (0.20 T ) T -values si-
m c 
milar to bulk values are noted. 
The annealing stages as observed here in an isoehranal annealing pro-
cess, are in agreement with those determined during film growth at various 
substrate temperatures (Fig. 7). Referring to the literature on either fcc or 
hcp metals /35/, the peaks at 0.20 T and 0.27 T correspond to stage IV and m m 
stage V, respectively. The stage IV belongs to the small vacancy clusters which 
disappear in favour of larger ones, while stage V is attributed to the annealing 
























Inductively rneasured Tc of 
Re filrns grown at 700 K on 2.0 
polished- and rough sub-
strates as a function of 
I annealing ternperature. Notation of stages IV and 
1 V is adopted after Ref. /35/. 
The vertical bars 1 I 1 are Tc-
1.4 transition widths. 
OH 
0 473 673 873 1073 
Annealing Tempereture, TA [K) 
3. 1. 2 Thickness Dependence of T andp c 
The thickness dependence of resistivity and T was studied for the 
c 
filrns grown on polished sapphire substrates only. The filrns evaporated at 
900 K were always poly-crystalline while those evaporated at 1330 K had 
single-crystalline structure. 
3. 1. 2. 1 T as a :Function of F.ilrn .Thickness: 
c 
As rnentioned earlier the filrns grown at high substrate ternperatures 
have p and T values cornparable to the bulk material. Therefore these filrns 
c 
are sui table for stud~dng the thickness dependence of T and p. The residual 
c 
resistivity ratio, r of these films was in the range of 2 to 15 as the film 
thickness varied from 190 R to 840 R. 
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• Polycrystalline films grown at 900K 
X Single crystal films grown at 1300 K 
3.0 • 
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Fig. 9 Resistively measured Tc of polycrystalline and single-crys-
talline films as a function of film thickness. Lowest tem-
perature attainable in the cryostat was 1.4 K, which is 
indicated by the solid line. 
Figure 9 shows the resisitve T as a function of film thickness for 
c 
polycrystalline films grown at 900 K and single-crystalline films grown at 
1300 K. For single-crystalline films,no significant difference between in-
ductive and resistive T was noted above 450 R and a T -value comparable to 
c c 
the bulk value is obtained. The T -values show a slight increase in the 
c . 
film thickness~s between 300 and 400 R.ßelow aoo R,no T is observed 
c 
until 1.4 K is reached. 
The higher values of T for a constant value of the thickness for poly-
c 
crystalline films may be due to a large nurober of defects as compared to the 
single•crystalline films. These films also show an increase in T in the 
c 
film thickness region of 300 to 400 R but below 300 R, no T is observed. The 
c 
transition width 6T for film thicknesses above 500 R was 0.24 K to 0.32 K as 
c 
compared to films below 500 R where it was between 0.2 K and 0.6 K for poly-
crystalline and single•crystalline films. 
3.1.2.2 
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Determination of Mean.li'ree.:Path of.Conduction El.ectrons, 1: 
0 
The successful preparation of nearly single-cl:ystalline Re films 
grown on polished Substrates with bulk properties allowed to Study the in-
fluence of film thickness on resistivi ty and to obtain information on the mean 
free path of the conduction electrons, 1 ,in Re. It is well known that as 
0 
the thickness, t,of a metal film becomes comparable in magnitude to 1 , the 
0 
film boundaries impose a geometrical limitation called size effect, on the 
motion of the conduction electrons 1361. The size effect theory of Fuchs 137/ 




t ;:::: 1 
0 
= pB + {0. 375p~K-l (1--P)} 
t « 1 
0 
where PB = resistivity of the bulk material; P = specular scattering factor 
(P is zero for complete diffuse scattering) and K = tll (ratio of the film 
0 
thickness to mean free path) • The condi tion t ::::: 1 is normally satisfied for 
0 
resistivity values at RT whereas measurements of resistivity on the same 
films at LNT (77.3 K) and LHeT (4.2 K) fulfill the condition t << 1 • 
0 
A further possible method of determining the product 1 (1-P) is to 
0 
use the temperature coefficient of resistivity (TCR). Knowing that the re-
sistivity in this case shows a linear dependence in the temperature region 
between RT and LNT, TCR is defined as given in Ref. 11/. 
0 
a = dp 1 (pLNT·dT) c, 
0 = (pRT-pLNT) I (pLNT' 222 ) c. 
The following expression for TCR is used to analyse the data 1361: 
(3) 
for t ::::: 1 
0 
where aF and aB are TCR for films and bulk material, respectively. 
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Fig. 10 RT-resistivity versus reciprocal film thickness of poly-
crystalline and single-crystalline films. Solid lines 
are rms - fits to the measured data. 
In order to analyse the data for the thickness dependence of the re-
sistivity, the films with thicknesses smaller than 250 R have been ignored 
due to the fact that these cannot be considered as homogeneaus films of con-
stant thickness. They are films whose thickness varies around a mean value. 
The regions of small thicknesses would lead to a high value of resistivity. 
This is in accordance with previous work /39/. Figure 10 shows 
the changes in film resistivity as a function of 1/t for single-crystalline 
films. For comparison the values of pF for a set of polycrystalline films 
are also plotted in Fig. 10. The LSQ method is used to fit equation 1 and 




23.8 ± 1.9 
18.5 ± 0.9 
1 (1-P) [.~] 
0 
1370 ± 42 
258 ± 44 
The pB-value obtained from single-crystalline films is in agreement 
with the bulk value of Re. The polycrystalline film data resulted in a higher 
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value of pB. From this comparison it may be concluded that for such an ana-
lysis only single-crystalline films should be used. The slope of the straight 
line in Fig.10 gives the product of 1.(1-P) i.e. with two unknown parameters 
0 
1 and P. The product 1 (1-P) can also be determined using equation 3 and ap-
o 0 
plying the LSQ method. Here a value of 360 ± 65 .R is obtained for single-
crystalline films which is in good agreement with the above mentioned value. 
Equation 2 makes it possible to determine the value of 1 and P se-
o 
parately. The data for resistivity measured on the same films at LNT are ana-
-1 
lysed again by the LSQ method. A straight line is fitted for a plot of (pFt) 
versus ln(t). The ratio of the axis intercept to the slope of the line gives 
the value of 2240 ± 403 .R for 1 (LNT). Knowing 1 at LNT, P can be calculated 
. 0 . . . 0 
as 0.81 ± 0.04~ The resistivity values at LNT and LHeT are 
plotted in Fig. 11 as a function of film thickness. Solid curves are drawn 
using 1 and P values which showed the best fit for the LNT data. 
0 
15 
000 at LNT 
• X X X at LHeT • .,IlD films with t < 250 A 0 Fig. 11 
Thickness dependence 
10 of resistivity,measured 
at LNT and LHeT. Solid 
E lines are rms - fits to u 
Films c: the measured data. 
:J. having thicknesses ,_, 0 
>- smaller than 250 ~ have 
1- 5 P=0.81 not been included for > 0 






The analysis of pLHeT data using equation 2 
of 5494 ± 2000 R and a value of 0.98 ± 0.01 for P. 
as compared to values given in Ref. /40/ is due to 
yields an 1 (LHeT) value 
0 
This low value of 1 (LHeT) 
0 
the streng influence of de-
fects on the resisti vi ty values especially at low temperatures. Fig •.. 11 also 
shows that the values of 1 and P calculated from LHeT data do not give the 
0 
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best fit for the measured resistivity values. The disagreement shows that 
the influence of the film thickness is insufficient to explain the high re-
sistivity values at LHeT and may be due to defects /36/ in these films. 
Thus as will be shown later on the 1 -value for Re at LNT is 
0 
2240 ± 403 R while at RT this value lies between 258 and 360 ~. The 1 -value 
0 
at LHeT could not be estimated by this method. This will be further discussed 
in chapter 4. 
Due to the fact that 1 (RT) for Re lies between 258 to 360 ~, the films 
0 
used for ion irradiations and implantation studies had always thicknesses 
greater than 500 ~. In this way the influence of size effects on the resitivity 
was avoided. 
3.2 Ion Induced Intrinsic Defects: 
In order to produce ion induced intrinsic defects, Re-films evaporated 
onto polished substrates were used. Thirty Re films with poly- and single-crys-
talline structures were irradiated with 700 keV Ar-ions at RT and LNT and 
350 keV N-ions at RT. Table 7 presents the pre-irradiation properties of eight 
polycrystalline films. Inductive T -values for these films were between 1.8 to 
c 
2.0 K. The single-crystalline films had pRT-values of 18 to 19 ~ncm and r-val-
ues between 15 and 20. For these films inductive and resistive T -values were c 
similar and on the order of 1.8 K. The results of ion irradiations on the above 
mentioned films are presented below: 
Table 7 
The pre-irradiation properties of poly-crystalline Re films 
S,No. Thickness Resistivity * 
Lattice oaram. conditions for 
l~l . f-----(~llcml- r T0 [K] 6T0(K] a()(] cd1 l V[R
3J ion irradiation 
PRT Po 
1 1047 21.3 4,0 5. 3 2,46 0,12 2,762 4.458 29,458 N-ions at RT 
2 1400 19.8 1. 8 11.0 2.67 0.06 2, 760 4.480 29.560 -do-
3 1360 21.4 4.2 5.1 2.15 0.15 2.761 4.461 29.459 -do-
4 1180 20.3 3.3 6.2 2.16 0.16 2.763 4.460 29.500 -do-
5 1200 19.5 2.5 7.8 2.06 0,14 2. 762 4.465 29.519 Ar-ions at RT 
6 1150 22.7 5.5 4.1 2.20 0.10 2.764 4.470 29.583 -do-
7 740 20.4 3.1 6.6 1.90 0.10 2.763 4. 459 29.502 -do-
8 1000 19.8 2.3 8.6 2. 24 0.04 2.754 4.480 29.448 -do-
• T
0 
values were resistively rneasured, Inductive T0-values were between 1.8 to 2.0 K. 
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3.2.1 Influence of Ar-Ion Irradiation: 
To compensate for the different pre-irradiation p -values (Table 7), 
0 
the ion induced residual resistivity, ~p ,,is obtained by subtracting pre-ir-o ' 
radiation values from the post-irradiation values i.e. ~p = p (~) - p (~ = 0) 
0 0 0 
where ~ is the fluence. Fig. 12 shows the ~p0-values as a function of ~ for 
RT-irradiated films. The values for four different films show good .agreement 
although the pre-irradiation p -values were 0.6, 4.1, 6.6 and 7.8 l.lncm. Thus 
0 
it may be concluded that ~p as a function of ~ does not depend on the pre-
o 
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Fig. 12 The changes in ~p0- and Tc- as a function of Ar-ion fluence. 
The ~Po values for 4 different films and the Tc-values for 
3.2.1.1 
2 different films with poly- and single-crysatalline struc-
tures are plotted. 
Ion Induced ~p and T · o ·c· 
In Fig. 12 i t can be seen that ~p increases as a function of ~ and seems 
0 
to saturate in the fluence region between 1 x 1o 15 and 6 x 1o15 Ar-ions/cm2 
at a value of 9 l.lncm. For higher fluences a further rapid increase of ~p is 
0 
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noted and a value of 37 ~ncm is obtained for 2 x 1o17 Ar-ions/cm2 . Further 
irradiation caused macroscopic darnage of the film. 
The fluence dependence of 6p seems to reflect the production of two 
. 0 
different types of defect structures. The first type of defect structure is 










• From the initial slope d6p /d~ (Fig. 13) for the first 
0 
type of defect structure, the nurober of Frenkel pairs, NF, can be estimated 
by the relation /41/: 
where t is the film thickness, n is the nurober of Re atoms/cm2 and pF is the 
resistivity per unit concentration of Frenkel pairs (pF = 2 x 10-3 ncm for 
Re /21/). The value for NF, which is about 132 Frenkel pairs per incident 
ion, can be compared to a value of 682 which is estimated using the Kinchin 
and Pease model /42/ where N = E(T •C)with E = 90 keV· /43/, c = 3.3 and T 
F a a 
is the threshold energy which is 40 eV for Re/21/. About 81% of the Frenkel 
pairs anneal out in stage I (up to 350 K) so that only 19% still remain. 
These calculations are true for C = 3.3. For increasing cascade production 
/43/ the nurober of Frenkel pairs surviving stage I would be further decreased 
to 12% as value of C would take the classical value of 2. 





• The sharp increase of 6p in this fluence region, how-
o 
ever, could also be attributed to sputtering or ion beam mixing with the sub-
strate atoms. These 6p -values have already been corrected for the sputtering 
0 
effect, whether these values could be attributed to ion beam mixing is the 
only remaining question. RBS measurements did not reveal any mixed layer at 
the interface with thicknesses above 200 R. Therefore ion beam mixing with 
the substrate can be excluded. It is assumed that the large increase of 6p -
0 
values is due to the formation of extended defects such as dislocations. 




in Re. From the slope of a plot 6p -6p sat(I) vs. ~' (Fig. 14) which is 
- 3 0 0 ' -6 
1. 3x 10 2 2 ncm , using both these values the production rate of 1. 9x 10 di s-












tion densities of this magnitude are usually observed after a high dose of ion 
implantation. /45/. The increase in 6p as a function of ~ for Ar-ions irrad-
o 
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6.p0 as a function of <I> for 
the fluence region 1o12 to 
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Fig. 15 The changes in 6p0 and resistive Tc as a function of Ar-ion ° 
fluence irradiated at LNT. The resistive Tc-values for N- and 
Ar-irradiations are also plotted. 
12 
With increasing ion fluence the p T and p were found to increasewhile · R o 
pth was observed to remain unchanged within the experimental accuracy 
(18 ± 1 ~Qcm) up to 1o16 Ar-ions/cm2 • Above 1016 Ar-ions/cm2 , pth decreased. 
Thus a change in pth at high fluences may be due to extended defects. 
After each irradiation inductive and resistive T -values were measured. 
c 
~ are also plotted in Fig. 12. Irrad-The inductive T -values as a function of 
c 13 2 
iations up to 3 x 10 Ar-ions/ern cause almost no change in inductive T 
c 
whereas for fluences above 3 x 10
13 
Ar-ions/cm2 a continuous increase up to 
2.7 Kat a maximum fluence of 2 x 1o
17 
Ar-ions/cm2 is seen. In cantrast to 
this, resistive T -values (Fig. 15) indicate a monotonic increase with fluence 
c 
d t t b 2 10
16 0 
; 
2 h' d'ff t d d f · d an sa ura e a ove x Ar-~ons cm • T ~s ~ eren epen ence o ~n uc-
tive and resistive T on ~ leads to the following conclusion. The inductive T 
c c 
provides information on the volume of superconducting material in the sample 
and would not be detected by inductive T below a critical value whereas the 
c 
resitive Tc-values require only a small fraction of superconducting material 
to register a superconducting transition. Thus a high resistive T -value as . c 
compared to inductive Tcvalueindicatesan inhomogeneaus distribution of the 
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superconducting material produced in this case by ion irradiations. So the 
darnage production mechanism is inhomogeneaus and only a small nurober of de-
fects are produced which are responsible for T -enhancements. This is the c 
reason why resistive T increases monotonica·lly in cantrast to inductive T c . . c 
which remains insensitive at low fluences. Further irradiation increased 
the volume of these defects which is now indicated by the inductive T -values. 
c 
But the volume of the sample has not completely filled even at high doses. 
This is predicted by inductive T values which shows no saturation at high 
c 
doses. 
3.0 --f-----.l;l> --u 
2 
2.5 
Ar+ 1700 keV) RT 
2.0 o) AJ 1!1 Tc resistive· 
0, x Tc inductive 
I Transition width 
Fig. 16 The changes in resistive and inductive Tc-values as a function 
of 6p
0 
for Ar-ion irradiations. 
Figure 15 also shows the resistive T -values for a film, irradiated at 
c 
LNT. As compared to the RT-irradiations no significant difference is registered 
in this case. The resistive and inductive Tc-values as a function of 6p
0 
are plotted in Fig. 16. Inductive T -values for two different films as a func-. c 
tion of 6p
0 
show good agreement and do not depend on the crystalline state or 
the pre-irradiation p -values. The post-irradiation resistive T -values depend 
0 c 
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however, on the pre-ürradiation values. and differemt resistive T_ -values belang to the 
c 
same ~p0-value. As argued earlier, this may be due to inhomegeneously distri-
buted vacancies .pinned to dislocations which have formed at grain boundaries .. 
' 
during crystal growth. 
3.2.1.2 structure: 
X-ray line intensity measurements were performed before and after 
each irradiation and the lattice paramet-er were .also determined (Table 8) . The 
cell volume, V ,was observed to change as a function of Ar-ion fluence. Irrad-
e 12 2 
iations with fluences of. 10 Ar-ions/ern cause a decrease of 0. 7% in cell vo-
lume. With increasing Ar-fluence V is found to increase by 1.4% and 3% at , c 
fluences of 1o
16 
and 2 x 1o17 Ar-ions/cm2 , respectively. 
Table 8 
Influence of Ar-ions irradiation at RT on 
the lattice parameters and cell volume of Re-films. 
Fluence Lattice parameters cell volume 
[ions/cm2] acZ~J c[~] V [~3] c 
0 2.764 4.471 29.581 
1.1012 2.760 4.454 29.383 
4.1o
12 
2.762 4.459 29.459 
1.1013 . 2.764 . 4. 473 29.594 
1.1014 2.763 4.509 29.811 
1.1015 2. 775 4.485 29.910 
1.1016 2. 778 4.488 29.995 
1.1017 2.787 4.500 30.270 
2. 1o
17 
2.768 4.591 30.469 
With increasing fluence, the intensity of almost all lines either de-
creased or remained unchanged wi th the exception of the. ( 10I 1) .line where the inten-
sity increased as indicated in Fig. 17. Recrystallisation effects are also 
registered after irradiation: with fluences of 1 x 1o14 Ar-ions/cm2 by 
channeling measurements. Such an effect has also been noted previously /46/ 
in neutron irradiated Re-foils. 
- 35 -
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Diffraction pattern from 
Re film before, after Ar-
ions irradiation and annel-
ing at 1275 K. 
3. 2. 1. 3 lsochronal .AnneaÜng. of p ö . and. 'l'~: 
In order to get more information on the nature of ion-induced intrinsic 
defects poly- and single-crystalline rhenium films irradiated with 2 x 1o17 Ar-
. I 2 . 
1ons cm at RT were subjected to isoehranal annealing processes. In Fig. 18 
the resistive T as a function of annealing temperature shows a continuous re-
c 
covery over the measured annealing temperature. The values of p and inductive 
0 
Tc as a function of annealing temperatrue are shown in Fig. 19. In centrast to 
resistive T -values, inductive T -values show well resolved recovery curve. 
c c 
Thus·it may be concluded that no information about annealing stages can be ob-
tained from resistive T -measurements in 
c 
tive T -values are used for the analysis 
c 
Refering to literature /35/ the 
the case of rhenium.Hence only induc-
of isoehranal annealing curves. 
recovery curve for p (Fig. 19) indi-
o 
cates three recovery stages from 400 to 600 K (0.11 to 0.17 T ); 700 to 850 K 
m 
(0.20 to 0.25 T) and 850 to 1200 K (0.25 to 0.35 T ) for both poly- and sing-
m m 
le-crystalline films. As will be discussed later,these stages are denoted as 
stages II, IV and V, respectively./36/. The main differences between the re-
covery of poly- and single-crystalline films are seen in stage II which is 
more pronounced for the si,ngle~crysta~line film and stage V which is strengest 
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Fig. 18 Resistive T -values as a funetion of annealing temperature irrad-
iated with e 2 x 1o17 Ar-ions/em2. 
Fig. 19 
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achieved even at 1275 K. For singlepcrystalline film about 25% of the radia-
tion induced resistivity is left while for polycrystalline film this frac-
tion is 40%. 
The annealing curves for T are similar for both single- and poly-
c 
crystalline films. Three recovery stages are also observed for T • The maximum . c 
recovery is seeninstage V and complete recovery of T is achieved at 1125 K. 
c 
It should be pointed out that resistive T is not completely annealed even at 
c 
1300 K which indicates again that vacancies pinned to disl,qcations·are res-
ponsible for T as dislocations still exist in the film. 
c 
3.2.2 Influence of N-Iort. Irradiation: 
Fifteen rhenium films were irradiated with 350 keV N-ions up to a total 
fl f 2 1 1 7 . I 2 f h d. A uence o x 0 ~ons cm • A ter eac irra ~ation up 1 T 
0 c 
and structure were studied with the following results: 





The increase of 6p with N-ion fluence is shown in Fig. 20. It can be 
0 
seen that the values obtained after irradiation of different films show good 
agreement. As mentioned earlier,no influence of pre-irradiation properties on 
the change in ßp due to irradiation is registered although the as-grown films 
0 
had p -values of 0.9, 1.8, 4.0 and 4.2 ~~cm. Only a small increase of about 
0 
. 13 . 2 13 . 2 
0.5 ~~cm in 6p is noted for fluences up to 10 N-~ons/cm • Above 10 N-~ons/cm, 
0 
6p increases by 8 ~~cm and shows a saturation between 1o15 and 7 x 1o15N-ions/cJ. 
0 
For higher fluences 6p increases rapidly and attains a typical value of 29 ~~cm 
17 2° 
at 2 x 10 N-ions/cm . Further irradiation caused macroscopic darnage of the film. 
Similar to the Ar-irradiation results the fluence dependence of 6p seems 
0 
to reflect again the p·roduction of two different defect structures. The first 
type of defect is produced mainly at low fluences (Fig. 13) and sa tura te s a t 
fluences above 1o15 N-ions/cm2 • The second type is mainly produced for fluences 




. Applying the same analysis procedure as dist-
cussed in section 3. 2 .1.1, 13 Frenkel pairs are produced per incident N-ion. The 
Kinchin and Pease model /42/ predicts 114 Frenkel pairs indicating that only 11% 
vacancies survive the stage I annealimg. The sharp increase of 6p in the high 
0 
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Fig. 20 Changes in ~Po and Tc as a function of N-ion fluence. 
The ~p0-values for 4 different films and the Tc values 
for 2 different films with poly- and single-crystalline 
structures are plotted. 
to see if the production of defects in high fluence region does depend on 
dose rate and temperature,some films were irradiated with fluences of 
5 x 1o
16
; 1 x 10
17 
and 2 x 1o17 N-ions/cm2 at LNT and RT using three different 
beam currents of o.S, 5 and 50 A/cm
2
. No remarkable influence on ~p and thus 
0 
on the production of defects could be seen (Table 9) ·. It is assumed that the large 
increase of ~p is .a resul t of the formation of extended defects such as dislocations •. 
0 
The production rate of dislocations at high fluences is1 .5x1o-
6 
dislocations/ion, 
After each irradiation besides ~p , inductive and resistive T -values were 
0 c 
also measured. The inductive T -values as a function of fluence are also plotted c 
in Fig. 2.0. These values for different films show good agreement. The increase 
in inductive T as a function of ion fluence is additive with respect to the 
c 






the increase is small. Above this fluence T 
16 2 c 
increasing fluence up to 10 N-ions/cm and 
17 
of 2.64 Kat the maximum fluence of. 2 x 10 
increased from 1.9 K to 2.4 K with 
nearly attains a saturation value 
N-ions/cm
2
. In this case also re-
sistive T -values show the same dependence on fluence as for Ar-irradiations 
c 
(Fig. 15) except that resisitve T -values do not seem to saturate at high fluences. c 
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The comparison of Fig. i2 and 20 indicates that the inductive T -
c 
values increased more strongly for N-irradiations as compared to Ar-irradia-
tions. This could be due to the following reasons: The low inductive T -val-. c 
ues in the case of the Ar-irradiation:were attributed to theinhomogeneaus 
distribution o{vacancies. While for N-irradiations, the defect~impu-
rity complex may be formed with the N-ions which came to rest in the Re-films 
and this could be responsible for the high inductive T -values. To confirm 
c 
this hypothesis, two Re-films of thicknesses 600 R were irradiated with 350 keV 
Ne- and 700 keV N-ions at RT. Increase in'/::,p and inductive T were compared 
.· 0 c 
at the same Q-values with 350 keV N- and 700 keV Ar-irradiations. No difference 
in /::,p -values was observed. Inductive T -values for Ne- and Ar-ions were of the 
0 c 
same order. T -vaiues for 700 keV N-ions were larger as compared to Ne- and Ar-
e 
ions but were smaller than the 350 keV N-ion values. Calculations have shown 
that in case of 700 keV N-ions about 10% ions i.e. 0.1% At N came torestat 
the interface of the film as compared to the 350 keV N-ions .which were 0.5% At. 
Thus hlghinductive T -values for N-irradiations are a result of defects stabi;:.-: . . . c. --·· 
lizeq by these ions •. Extra care should be taken, if irradiation experiments are 
to be performed with the chemically active ions. 
Table 9 
Influen:ce of dose rate and temperature on 6p- and T -values 
0 c 
Fluences 5x1o16N-ions/cm2 1x1o17N-ions/cm 
2 2x1o 17N-ions/cm 2 Temp. 
beam current 0.5 5 50 0:5 5. 50 0.5 5 50 
f---.[lJA] i 
6p C11ncmJ 13.0 12.6 15.5 18.6 18.2 18.5 26.4 26.8 27 i 0 
I 





2.52 I inductive 2.50 2.45 2.55 2.50 2.53 2.6 2.58 2.65 Tc [K] 
6p [llncm] 12.4 12.8 16.0 18.0 18.5 18.2 27.0 27.4 2'1.6 
0. . · .. 
resistive 2.30 2.50 2.4: 2.75 2.95 2.88 2.95 3.1 3 .o LNT 
T [K] 
c 





X-ray line intensity and lattice parameters were also 
determined after each irradiation. The cell volume, V (Table 10) was ob~ 
c 
served to change as a function 
of 1o
12 
N-ions/cm2 caused a V 
c 
of N-ion fluence. Irradiations with fluences 
decrease of 0.15%. Irradiations with 3 x 10
12 
N-ions/cm2 caused a slight increase in 
up to 1o
13 
N-ions/cm2 caused no change 
V of about 0.1%. Further irradiations 
c 
. Ab 1 15 . I 2 b ~n V • ove 0 N-~ons cm , V e-
c c 
comes 0.4% larger as compared to the pre-irradiation value. Additional 
irradiations caused a further increase in cell volume and at 2x 1o17N-ions/cm
2 
V was 3.4% larger than for a non-irradiated film. 
c 
With increasing fluence, the intensity of almost all lines, either de-
creased or remain unchanged with the exception of the (lOlO)line whose inten-
sity increased (Fig. 21). At maximum fluence all lines nearly disappeared with 
the exception of (loio) , ( 1oi 1) and ( 10l2) . This result indicates an ion induced 
recrystallization effect in the (lOlO) direction (Fig. 21) • The effect is most pro-
nounced in nearly single-crystalline filmsandwas confirmed by channeling 
measurements using 2 MeV He-particles. Such an effect has also been noted pre-




Influence of N-ions irradiations on the lattice 
parameters and cell volume of Re-films. 
Fluence Lattice parameters cell volume 
[ions/cm~ a [~] c [~] [~3] 
0 2.762 
1. 1012 2.761 




1.1016 2. 775 
1.1017 2. 773 
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Fig •. 21 
Diffraction pattern from 
Re•film before ~nd after 
N -ion irradiation and 
annealing at 1275 K. 
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3. 2. 2. 3 Isoch:J::onal. ~nneal.ing · of p .. and 'l' : 
' 0 c 
Isochronal annealing processes have been applied to poly- and single-
crystalline Re-films irradiated wi th 2 x 1015 N-ions/cm2 and 2 :x: 1o 17N-ions/cm2 • 
The recovery of both p
0 
and inductive Tc for films irradiated to high and 
low fluences is shown in Fig. 22. For films irradiated at high fluence three 
main recovery stages are notedwhich are located between 400 and 600 K (0.10 
to 0.17 T), 700 and 900 K (0.20 to 0.26 T) and 925 to 1200 K (0.27 to m m 
0.35 T ) (T = melting point of Re). Stages II and V are most pronounced for m m · . 
the p recovery of both poly-,as well as,single-crystalline films and about 
0 
8% and 4% radiation induced residual resistivity is left,respectively,even at 
1275 K. The recovery of T also shows three recovery stages in the same tem-
c 
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ANNEALING TEMPERATURE, TA IK] --...... 
I~ochronal p0 - and Tc-annealing curves for poly- and 
SJ.ngle-crystalline films irradiated with 2 x 1o17 N-ions/cm2 • 
The annealing curve for a film irradiated with 2 x 1o15 N-ions/cm2 
is also plotted for comparis6n. 
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The low dose irradiated film shows just one recovery stage having a 
shoulder.for p between 400 and 700 K (0.12 to 0. 20 T ) and for T between o m c 
550 and 800 K (0.16 to 0.23 T). This shift in annealing temperature between 
m 
~p - and T -recovery is unusual and will be discussed below. The observed 
0 c-~ . 
recovery of ~P at 0.17 T as noted after neutron irradiation is attri-o m 
buted tostage III /35/ •. 
3.3 Ion Implanted Metastahle Phases: 
In order to produce impurity-stabilized defects and metastable phases, 
homogeneaus ion implantation (also called ion implantation) experiments 
were performed. The ene:rgies of the ions and their fluences required for homo-
geneous ion implantation were calculated as described in section 2. 2. Argon as an 
iner_t gas h~s been implanted to produce possible mechanical effects e. g. 
development of high stresses:'.in the film and to study their influences on the 
resistivity, T and structure of the Re-films. N- and P-ions have been im-
c 
planted as chemically active impurities to obtain impurity stabilized defects 
or metastable phases and to separate their influence on structure, resistivity 
and T of the Re-thin films. c 
3.3.1 Homogeneaus Implantatiört öf Ar~Iörts: 
The Ar-ions were homogeneously implanted in two Re-films at RT. The 
films had poly- and single-crystalline structure with r-values of 3 and 15, 
respectively. The changes in resistivity and inductive T as a function of . c 
Ar-ion implantations is presented in Fig. 23. A rapid increase in ~T is re-
gistered for low Ar-concentrations up to 1 at% Ar. Between 1 and 20 at% Ar a 
linear increase in pRT is observed which seems to saturate above 20 at% Ar and 
attains a saturation value of 72 ~ncm. No implantations above 26 at% Ar could 
be performed.as the ftlms were macroscopically damaged.Thel'\ -value at 6 at% is 
.. · · .,...RT 
comparable with the pRT-value of 57 ~ncm, obtained due to intrinsic defects 
produced by irradiation with 2 x 1o17 Ar-ions/cm2• Thus an additional increase 
of about 15 ~ncm in pRT is registered due to Ar-ion implantation. This could 
be due to sputtering, ion beam mixing with the substrate, high stress values 
or blisteri.ng. The values of p plotted in Fig. 23 have already been corrected RT · 
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Fig. 23 PRT- and inductive Tc-values as a function of Ar-ion concentration, 
implanted at RT. 
The stress value as a function of Ar at% was calculated according to the 
method described in section 2.5. The stress value increased up to 1 at% Ar. 
At this stage it was 8 x 10
10 
dynes/cm2 as compared to the pre-implantation 
10 2 
value of 0.3 x 10 dynes/cm • Above 1 at% Ar-stress was observed to decrease 
as a function of Ar-concentration. Thus stress cannot be responsible for 
increases in the pRT-value. To check if bubbJ.e formation and blistering takes place, 
the Re-films with Ar-concentrations of 1,2,3,5,6,8,12 and 20 at% were investi-
gated in a scanning electron microscope. The electron micrographs are shown in 
Figs. 24 and 25. Bubble formation is observed above 2 at% and blistering 
started above 5 at% .F:igu31e125 shows the blistering after implantation of 8 at% 
Ar. Making the assumption that the · h oles observed in the film. due to blistering 
go through the film thickness, their area of cross section was measured. This 
area was substracted from the area used to calculate the resistivity. These 
- 45 -
t-----1 7 • 14 ll 
Fig. 24 Bubble formation shown by electron micrograph of Re-film 
implanted with 3 at% Ar, at RT. 
Fig. 25 Blistering indicated by electron micrograph of Re-film 
implanted wi th B at% Ar at RT. 
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measurements indicated that at 8 at% Ar, the decrease in areal cross section 
was about 10% i. e. the value of pRT measured here sli.ould be .. about 10% 
smaller. Thus it is concluded that the larger pRT-value for implantation as 
compared to irradiation is due to blistering and not to an increase in 
darnage density and mechanical defects do not seem to influence the PRT. 
As shown in Fig. 23, the inductive T -values increase as a funciton . c 
of Ar-concentrations. At 6 at% Ar, a T -value of 2.85 K is registered. The 
c 
same Tc-value was obtained due to the influence of intrinsic defects at the 
maximum fluence used. Implantations up to 26 at% Ar caused a further increase 
of 0.25 K. The resistive T also increased as a function of Ar-concentra-
c 
tion and a value of 3.6 K was recorded at 26 at% Ar. Somewhat larger in-
ductive T may be a result of the fact that during Ar-irradiation no satura-
c 
tion was observed. 
3.3.2 Rhenium Nitride Phases: 
The solubility of N in Re is very small at r.oom temperature /33/. Seven 
Re films were implanted with N-ions at 475 K, RT and LNT. The films had poly-
er single-crystalline structures and r-values between 5 and 15. No influence 
of the crystalline state of pre-implanted films on the resistivity and T of 
c 
the implanted films was observed. 
3.3.2.1 Structure of N-Implanted Re-Films with the Implantation Temperature 
as a Parameter: 
To study the structural changes in the polycrystalline Re films, N-ions 
up to 50 at% were homogeneously implanted at RT. For this purpose no single-
crystalline film was used as thin film x-ray diffraction method was not able 
to provide information about structural changes in these films. The cell v.o-
lume, V ,of the hcp Re changed from 29.487 R3 to 30.313 R3 as a result of 
c 
N-implantations up.to 6 at%. Between 6 and 12 at% N, a new metastable phase 
was obserVed in adddition to the hcp Re-structure. The d-values of this phase, 
at 9 at% N are given in Table 11 column 1. Structure of this phase which is 
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Table 11 







0.0 o. o. 
-
9 at% N 31 at% N 45 at% N 50 at% N 
= Re N 
9 
= ReNO. 31 = ReN0.45 \ = ReN o.o 
d-value [~] I d-value [~] h k 1 I d-value [~] h k 1 I d-value [~] h k 1 I 
2.322 s 2.307 1 1 1 s 2.311 1 1 1 s 2.321 1 1 1 s 
1.403 s 1.998 2 0 0 m 2.002 2 0 0 m 2.010 2 0 0 m 
1.067 m 1. 417 2 2 0 m 1. 415 2 2 0 m 1. 422 2 2 0 m 
0.943 m 1.209 3 1 1 s 1.208 3 1 1 s 1. 212 3 1 1 s 
0.850 w 1.157 2 2 2vw 0.919 3 3 1 w 1.160 2 2 2vw 
0.920 3 3 1 w 0,896 4 2 0 w 0.922 3 3 1 
0.897 4 2 0 w 0,899 4 2 0 
0.819 4 2 2 w 0.820 4 2 2 
a = 4.003 ± 0.003 a = 4.006 ± 0.008 a = 4.021 ± 0.002 
s = strong; m = medium; w weak; vw = very weak. 
denoted by ReN 
9 
could not be identified. At N-concentrations above 12 and o.o 




, an additional phase was detected. 
This phase has a fcc(B1) structure and its lattice parameter increased with 
the increase in N at%. Lattice parameter and d-values for this phase at 31 
and 45 at% N are shown in Table 11 column 2 and 3, respectively. Above 45 at% 
only fcc phase was observed. The lattice parameter of this phase at 50 at% N 




4 of Table 11. The lattice parameter of fcc phase has been observed to change 
from 3.93 to 4.02 ~ as the N-concentration in the film varied from 13 to 50 at%. 
The ReN phase formed at 50 at% N has very sharp lines, and most probably has a 
NaCl structure with a lattice parameter of 4.021 ~. The existance of this phase 
was predicted by computer calculations /33/. 
In Fig. 26, the changes in the stress value as a function of N-concen-
10 
tration are plotted. Unexpectedly high stresses of about 14 x 10 (at 9 at% N) 
10 2 
and 98 x 10 (at 45 at% N), dynes/cm were recorded as compared to the pre-
implantaiton stress value of 3 ~ 109 dynes/cm2 . However, at 31 at% a small in-




is also noted. As described earlier, at the same 
concentrations X-ray lines of the new metastable phases (Table 11) are observed. 
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Fig. 26 Stress as a function of N-ion concentration, implanted at 475 K, 
RT and LNT. 
50 
The influence of substrate temperature during implantation on the for-
mation of the above mentioned phases±'s also investigated. The implantations at 
475 K could not be performed above 12 at% N as films were macroscopically 
damaged probably due to N-bubble formation and blistering. However, at 




was observed. Its d-values were comparable with Table 11 
column 1. A rather small increase in stress (Fig. 26) is adse observed as com-
pared to the RT implanted sample. This small stress value · probably resul ts from 
the fact that implanted N is utilized·il'l bubble formation and later in blistering. 
The LNT implantation caused,the same structural changes·as ob-
served in case of the RT implantations except that above 42 at% N, all X-ray 
lines disappeared. This phase may either be rhenium nitride with very small 
crystallites or amorphaus rhenium. 
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3.3.2.2 Resistivity ano ~C ot Eheni~ ~itriOe ~nases: 
The RT-resistivity of the homogeneously implantedRe-films with N at 
RT, LNT and 475 Kareplotted in Fig. 27. The pRT-values for three films are 
given as a function of N-concentration for pRT implantation. Two films show 
good agreement while the third film has somewhat higher pRT-values for the 
same N-concentration. The reasons for this discrepancy are not clear. An er~ 
ror in the estimation of implanted N-concentrat-ions may be a possible explana-
tion. Resistivity at RT, p increases with N-concentration and attains a value RT · 
of about 180 ~ncm at 41 at% N. At 43 at% N, ~his value increased to 250 ~ncm 
and then decreased to 50 at% N, where its value is 230 ~ncm. This decrease in 
resistance may be due to the formation of an ordered structure such as ReN, 
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The N-implantations at LNT also showed the increase in pRT as a func-
tion of N-concentration. However, in this case,values of pRT were higherwhen 
compared to the RT implantations. Here also an increase in resistivity was re-
gistered at 43 at% N but then it remains unchanged up to 50 at% N with a value 
of 320 ~ncm. This resistivity value may be attributed either to m±crocrystal-
line rhenium nitride or amorphaus Re. The increase in pRT values as a func-
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Fig. 28 Increase in inductive Tc as a function of N-ion implantation at 
475 K, RT and LNT. 
The inductive T-values as a function of N-concentration implanted 
c 
at RT, LNT and !:175 K,are plotted in F_ig. 28. The implantations of 1 at% N 
at all the three implantation temperatures caused a rapid increase in induc-
tive T. up.'to a value of 2.7 K. The·same T...Value was observed after the ir-c . . ... . . .. . c 
radiation · by 2 i 1017 N-:-ie>ru3/6n? ~ :The . Tc ;...:Values · are ofound to increase as a 
function · of N-:-concentration; · 
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The inductive T.-valuesof6 and 9 at% N are.2.9 K and 3.1 K, respectively. 
c 
The Tc-value of 2. 9 K may be attributed to the defects stabilized by N-atoms, as 
·is discussed below, whereas T . -value of. 3' .1 1<. may be attributed to ei ther N-defects 
(i! . .. 
complexes or'to ReN • Above 40 at% N, T -values seem to saturate. At this stage 
0.09 c 
inductive and resistive T -values were 4.0 K and 4.5 K, respectively,which c .. . . . 
may be attributed to the ReN phase~·The N-implantations at 475 K up to 12 at% 
caused the same increase in inductive T as observed after RT-implantations. 
c 
The LNT implantations as a.:function of N-concentration caused higher 
T c-enhancements as C()mpared to RT-implantations. Tc -values at 6 and 9 at% N 
were 3.3 K and 3.5 K,:tespectively, while resistiveT -valueswere 3.6Kand 4.0 K. . .. . . c 
Further implantation caused·a linear increase in T • The T -value between 
c c 
.45 to 50 at% N was 5 K. Where a resistive T -value of 6 K was registered. c . 
This could result from either microcrystalline ReN or amorphaus Re-phase 
stabilized by N-atoms. 
3.3.2.3 Annealing Experiments: 
It is interesting to note that Re-films implanted wi th 50 at% N at RT and 
LNT and stored at RT for two months showed annealing effects. The RT implanted 
films showed an increase in pRT-values from 230 ± 5 ~Qcm to 270 ± 8 ~Qcm and 
a decrease in inductive T -values from 4.0 ± 0.1 K to 3.5 ± 0.2 K. In contrast, 
c 
LNT imp}anted films showed no change in P T-values while T -values de-. R c 
creased from 5.0 ± 0.1 K to 4.2 ± 0.2 K as a result of storage. The films were 
.isochronically annealed up to 775 K •. These results are presented in Fig. 29. 
'Initial annealing of the film, which was implanted at RT, showed a slight 
increase in the PRT-values up to 375 K. Further annealin~ showed 
some varia tions in pRT up to 615 K. and then a decrea::?e to 100 ~Qcm at 715 K. Induc-
tive T values showed some fluctuations as a function of annealing temperature c 
and an increase in T wasobserved near 61511< corresponding to a T -value of. 4.0 K. Above c .. . .. c 
645 K a rapid decrease in T •values ·.;was observed and at 715 K a T -value of 
c c 
1. 9 K was;obtained. X-ray studies have shown three phases namely Re, ReN0 • 09 
and ReN between 350 and 600 K in these films. Above 680 K only hcp Re phase 
was observed. Thu.s increase in Tc abd decrease in pRT at 645 Kmay result from 
an improvement in the erdering of the ReN which, however, decomposed above 
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Fig. 29 Changes in p and inductive T as a function of annealing temperature. 
. ~ c ' 
ReN 
9
. To check, this, a film with 0nly Re and .ReN0 09 ,structures was an~ 0.0 . . • 
nealed. No improvement in T · or p T was registered. Thus it was confirmed that c R · · 
the high value of T at 645 K results from the ReN phase. 
c 
The annealing results of the film implanted at LNT are also presented 
in Fig. 29. The pRT -value for this. film remained constant up to 645 K and then 
- 53 -
decreased rapidly to a value of 100 ~Qcm at 775 K. Inductive T values showed c ' 
some variations between 300 and 600 K and increased to a T -value of 4.2 K 
c 
near 645 K. As has been mentioned earlier, this film showed no X-ray line after 
implantation of 42 at% N at LNT. Two months storage of this film at RT showed 
two diffuse Re-lines. With the increase in annealing temperature the nurober of 
X-ray lines increased and at 645 K, seven x-ray lines were observed. Four of them 




• However, atthatlevelof 
investigation itwasdifficult to decide if the T value of 4.2 K observed at 
c 
645 K resulted from microcrystalline ReN or amorphaus Re. 
3.4 Amorphaus Re-Phase: 
Phosphorus is a well known glass forming agent. In Re-P systems four 
rhenium phosphides are known /47/ which are not superconductors /48/. Assuming 
that microcrystalline rhenium phosphides are also normal conductors, it was ex-
pected that P-ion implantations would be helpful in deciding if the high Tc-
values of 6 K resulted from microcrystalline rhenium nitride or amorphaus Re. 
The P-ions were homogeneously implanted at LNT in two Re films of thick-
nesses 500 ~ and 5ßO ~.At 20 at% Pan amorphaus structure is observed. Both, the 
inductive and resistive Tc-values were 6 K and pRT-values were 250 to 
300 ~Qcm. High sputtering effects were seen and the film thickness reduced to 
250 ~ after implantation of 20 at% P. Since the mean free path of conduction 
electrons in Re is somewhat larger than 250 ~' (the film thickness obtained 
after implantation) there is some rloubt about the values of Tc and PRT' 
Therefore two Re-films of 3000 and 4500 ~ were implanted with 20 at% P over 
a depth of 1500 ~. X-ray studies again indicated an amorphaus structure without 
additional X-ray lines of any of the rhenium phosphides. Here inductive T -c 
values of 6.6 to 6.9 K were obtained with resistive T -values of 6.9 to 7.0 K. 
c 
Thus the amorphaus phase of Re has a T -value of 6.9 K (resistive T -value 
c . c 
7.0 K) and resistivity values between 250 and 300~Qcm. Isoehranal annealing ex-
periments indicated that this phase was stable up to 900 K. So it can be con-
cluded that stability of the amorphaus phase depends on the glass former because 
decomposition temperature for the N-stabilized amorphaus phase is 645 K which is 
smaller than for the P-stabilized amorphaus phase. 
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4. Discusion and Conclusions: 
4.1 Properties of Re~Thirt Films: 
The films grown on polished substrates at T s 900 K always showed a poly-
s 
crystalline structure whereas the films grown above 1100 K were always single-
crystalline. This is in agreement with the work of Komashko et al. /47/, who 
also observed the growth of single-crystalline films at high Substrate tempe-
ratures. The single-crystalline films have ~~and ~values comparable to 
those of the bulk material. Within the experimental accuracy of the present 
work,the Matthisssen rule is valid for these films (Fig. 6). 
At lower substrate temperatures, high values of p and T are observed 
0 c 
and the MattJüessen rule is no longer VC!,lid. It was shown that these enhanced 
values of p and T are -:caused nei ther. by impuri ties nor by elastic strains 
0 c 
but are resulted fro~ defects. Since the avergge grain size changes only weakly with 
the substrate temperature and different p -values are obtained for films grown 
0 ' 
on polished and rough substrates at a constant value of grain size it is con-
cluded that grain boundaries do not contribute strongly to the resistivity of 
the films. 
Annealing experiments of the films grown at low substrate temperatures 
indicate a large decrease of T (Fig. 8) between 600 K (0.17 T ) and 1000 K 
c m 
(0.32 T ) • A similar decrease in p and T in the same temperature region is 
m o c 
observed during film growth {Figs. 6 and 7, respectively). As has been noted 
by other authors /35,46/ in this temperature region vacancies aremobile and form 
vacancy clusters while dislocation loops break up. Therefore recovery of p and T 
0 c 
may be attributed to the annealing of these defects. 
For rough substrates p -values of about 50 ~ncm are observed at 
0 
low substrate temperatures. As argued above, the high values of p may be at-
o 
tributed to dislocations. This is supported by the work of Schultz /44/ who 
observed a rather high value of 6. 7 x 10- 17 ncm3/dislocation, in Re. Using this 
value it can be estimated that 7 x 1o
11 
dislocations/cm2 are present in the 
films grown on rough substrates. The existence of 1012 dislocations/cm2 in 
thin films is not unrealistic /36/,.especially for rough substrates, where 
strains produced during film growth in the contact area of microcrystals with 
different orientations are immediately compensated by the formation of misfit 
dislocations,.The influence of smaller defects can also not be excluded. 
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Inductive Tc-values for fiLms grown on rough substrates are not only 
lower but also have larger transition widths, ~T ,than for polished films at 
c 
low Substrate temperatures. This can be explained by the assumption that va-
cancies are inhomogeneously distributed due to the presence of a large nurober 
of dislocations. 
The dec~ease of p as a function of substrate temperature for rough 
0 
substrates starts araund 900 K (0.26 T ) and attains a saturation value of 
m 
7.3 ~~cm araund 1330 K (0.39 T ) • Kopetskii et al. /9/ have observed the an-
m 
nealing of dislocation loops ,above 1000 K (0.29 Tm). Thus the question as to 
the origin of the seven ~~cm which still exists in rough substrates remains 
open.There are two arguments indicating that this p -value does not result from 
. . 0 
the Al5Re 24 phase. First, RBS-measurements show that the Al is not homogeneously 




has formed at the interface with 
little or no effect on p • Second, the intensity measurements of X-ray lines in-
o 
dicate·-that the Al 5Re24 phase component increased from 1 to 7% (as compared to 
Re) with increas!ng substrate temperature whereas p decreased. Therefore, this 
0 
phase cannot be responsible for the high values of p
0 
which may, however, be at-
tributed to partial dislocations and stacking faults still existing in these films. 
A Tc-value of 3.35 K is reported for Al5Re24 /34/. Asthis value is not 




formed is in a 
highly defective state with T -values below 1.7 K. 
c 
4.2 Electrical Size Effects and T : 
c 
As mentioned above, it was possible to prepare single-crystalline Re 
films with p -arid T-·-values of 18.0 ~~cm and 1.7 K, respectively. Since 
RT c 
these values are comparable to the bulk p - and T -values, it was possible 
~ c . 
to study the electrical size effect and thickness dependence of T • 
c 
The matn goal of size effect measurements is to get information on the 
mean free path of electrons. At room temperature the product 1 • (1-P) is usually 
0 . 
determined, where P is specular scattering factor and may even be negative /SO/. 
At low temperatures near LNT, the condition 1
0 
>> t is usually fulfilled and it 
is possible todetermineseparate values for 1 and P:as has been shown in sec-o 
tion 3 .1. 2. 2. Together wi th the known temperature dependence of the resisti vi ty 
. -11 2 
for Re single crystals /51/, a value ci:E (4.5 ± 0.3) ·10 ~cm for the product 
p(T) ·1 (T) has been determined at LNT. Generally, this product is considered to 
0 
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be temperature independent. Thus knowing the vailiue of the resistivity at RT 
/1/, 1 (RT) has been calculated tobe 250 ± 24 ~. Substitution of 1 (RT) in 
0 0 
the product 1 (1-P), results in a P-value of 0.05 ± 0.03 which for simplicity, 
0 
was approximated by zero. From the analysis of the temperature co-efficient of 
resistivity data using P equal to zero a somewhat higher value i.e. 360 ± 65 ~ 
was obtained for 1 (RT) • The value of 1 at RT determined here is of the same 
0 0 
ordecr·of magnitude as for other transitionmetals such as Pt /52/ and Ta /53/. 





duct p(T) ·1 (T). This value is a factor 3.2 larg~r than those obtained here. The 
0 
reason for this discrepancy may be that these films had very high resistivity val-
ues of the order of 150 to 200 ~ncm at room temperature, possibly resulting 
from the presence of a metastable phase of Re. 
For polycrystalline films (Fig.10), a value of 1370 ~was obtained for 
1 (1-P). Assuming that P = 0 is also valid here, an unrealistically large value 
0 
of 1370 ~ for 1 (RT) is obtained. The polycrystalline films had more defects as 
0 
compared to single-crystalline films which is indicated by their high T and c 
resistivity values. From this fact a smaller value of 1 (RT) is to be 
0 
expected. 
To meet this requirement a negative P-value, which is not allowed in Fuchs-
Sondheimer theory, has to be chosen. Thus it may be concluded that the Fuchs-
Sondheimer theory can only be applied successfully to single-crystalline films. 
Reed et al. /55/ have measured a resistivity ratio, r of the order of 
43000 for an Re single crystal which gives a resistivity value of 
-10 
4.19 x 10 ncm at LHeT. Using this value of resistivity and the product 
p(T) ·1 (T), the calculated 1 (LHeT) value is 107 ~. In the literature /40/ a 
0 0 
value of 33000 to 53000 R for 1 (LHeT) using five Re single crystals has been 
0 . 
calculated. The estimated value of 5494 ± 2000 ~' for 1 (LHeT) , (see section 
0 
3.1.2.2) appears tobe very small. This leads to the conclusion that for the 
estimation of 1 at LHeT, the thickness dependence of resistivity cannot be 
0 
used because at these temperatures the resistivity is determined by the scat-
tering of conduction electrons from defects. The resistivity ratio at RT and LNT for 
a highly pure Re single crystal is nine while this ratio for the films inves-
tigated here was seven.Thus the resistivity in this temperature region changes 
linearly and the valtue of 1 (LNT) calculated here is reliable. 
0 
Using current theories /56/ it is possible to calculate 1 (RT) from 
0 
experimentally determined values of the Fermi velocity 
N(EF) /58/, cell volume and resistivity at RT. A value 
/57/, density of states, 
of 125 ~ calculated for 
1
0
(RT) is a factor of 2 smaller than the experimental value. This is in reason-
e 
able agr~ent keeping in mind that these theories /56/ are based on many assump-
tions. 
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It is interesting to note that the films in the thickness region of 
300 to 400 R showed enhanced T -values. This thickness correspond to the 
c 
average grain size as given in Table 6. Thus the enhanced defect production 
by microcrystalline islands which just come. in contact may cause the en-
hanced T -values here. At thicknesses below 300 R the films are no longer su-
c 
perconducting at temperatures above 1. 4 K. This maybe due to the fact that these 
films have high p -values which makes electron-phonon coupling through the 
0 
grains impossible and leads to ·non-,.superconducting films. 
4.3 Ion Induced Intrirtsic Defects: 
In ion irradiation experiments it was shown that due to the rather in-
homogeneous defect distribution in films, resistive T measurements are more 
c 
suitable becaust;= they l;'egister Tc-:chang~s in a small volume fraction of .the Re 
films. In cantrast the inductive T. seems to register changes as a volume effect 
c 
and provide more information .about· the. distribution of defects 
which are responsible for. the T -enhancements. Thus in such experiments both re-
c 
sistive and inductive T -measurements are advised. 
c 
It was shown in section 2.2.1 that the energy loss due tö nuclear 
collisions was 8 to 20 ev;R for N-ion irradiation. as compared to Ar-ion ir-
radiation where it was 69 to 105 ev/R. Therefore it is reasonable to compare 
the changes in /';,p and T at a ccmstant -value of the ·deposited energy dens±ty, Q, in-o c 
stead of at constant fluence where different amounts of darnage would be pro-
duced by N- and Ar-ions due to their different energy losses in nuclear col-
lisions. For this comparison the darnage profiles were calculated /19/ and esti-
mates were made over the film thickness for the energy losses by nuclear collisions. 
These are then multiplied with the ion fluence to get the Q-values in eV/cm
3 
which are plotted against /';,p , resisti'ire-and inductive-T for N- and Ar-ir-
o c 
radiations in Fig. 30. 
This Fig. shows that the increase in /';,p from N- and Ar-irradiation is 
25 ° 3 the same as a function of Q-value up to 10 eV/cm • Thus it can be concluded 
that the darnage production and distribution is independen~ of the ion species up 
25 3 
to Q-values of about 10 eV/cm • Calculations in section 3.2.1.1 have shown that 
för the low fluence region below 1o13 ions/cm2 about 81% (N-ions) to 89% (Ar-
ions) of the Frenkel pairs (Fig. 13) are annealed in stage I. This is in confir-
mation with the work of Heyden et al. /59/ and Coltmannet al. /60/. They observed 
Fig. 30 
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that about 75% of radiation-induced resistivity is recovered, up to 300 K. 
The sharp increase of ~p for Q-values above 1o26 eV/cm3 is probably a result 
0 . 
of dislocations. In section 3.2.1.1, the production rate of dislocations is 
estimated to be 2 x 10-6 dislocations/ion. 
The increase in resistive T -values shows the same functional dependence 
c 
on Q-value after N- and Ar-irradiations, however, the resistive T -values for 
c 
N-irradiations are consistently higher than ~hose for Ar-irradiations. This 
results from the fact that the pre-irradiated T -value was higher for the film 
c 
irradiated with N-ions. Thus radiation darnage produced during irradiation adds 
to the pre-irradiated darnage of the film. 
The inductive T -values, however, increased more sharply for N-irradiations 
c 
than for the Ar-irradiations (Fig. 30). As was discussed in section 3.2.2.1, 
this could result from N-ions coming to rest at the interface between Re-film 
and the substrate. This amount was between 0.05 and 0.2 at% depending on the 
fluence value. 
Isoehranal annealing results for high and low dose N-ion irradiation 
are summarized in Fig. 31. The p and T annealing spectra after irradiation 
. 0 c . 
'th 2 1o17 N . I 2 . d' 4 1 St II t 0 15 T w~ x -~ans cm .~n ~cate recovery peacs: age , a . ; m 
Stage IV at 0.23 T and Stage V at 0.28 T and 0.33 T • Similar results, which 
m m m 
are not plotted, were obtained for Ar-irradiaitons with the corresponding val-
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spectra of Re-thin film 
after irradiations at RT 
with 4 x 1o15 and 
2 x 1o17 N-ions/cm2. 
Solid line indicates re-
covery of inductive Po· 
The P
0
- and Tc-annealing spectra after low dose nitrogen irradiation indicate 
2 recovery peaks: Stage II at 0.14 T for both p and T (with of small contri-
m o c 
bition);:Stage III at 0.17 T 1 and 0.20 T for p and T , respectively. m m o c 
To find out which kind of defects are mobile in the various stages, 
the recovery of p for neutron irradiated samples /35/ is compared with these 
0 
results. Arguments are given in Ref. /35/ to identify the main annealing peak 
observed at 0.19 T with Stage III. The other annealing stages can then be 
m 
attributed accordingly. 
At Stage V the vacancy clusters dissociate and the vacancies annihilate 
at the interstitial loops so that all darnage should be removed. Stage V is most 
pronounced for high dose Ar- and N-irradiated polycrystalline samples, however, 
complete recovery was not observed. From energy dependent He-ion channeling mea-
/ 1/ d . 2 1 17 . I 2 d surements 6 on Re single crystals irradiate w1.th x 0 Ar-1.ons cm an 
annealed at 1275 K predicted the existence of stacking faults. Such partial dis-
locations or stacking faults might be responsible for the observed radiation in-
duced residual resistance which survived the annealing process after Stage V. 
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Stage IV which exists between 0,2 to 0.26 T is attributed to the anneal-
m 
ing of small vacancy clusters which disappear in favour of larger ones. This 
Stage is small and not well pronounded in ion irradiated Re-films although 
continuous recovery is observed in this temperature region. 
For Stage III '· vacancies are thought to migrate and agglomerate or to 
annihilate at interstitial clusters. Stage III which was the main recovery peak 
for p
0 
in Ref. 35 is .clearly observed for the low dose nitrogen irradiated 
sample, In the high dose irradiated samples this recovery stage might be bur-
ried in the huge recovery peak for Stage II observed for these samples. Stage 
III is clearly seen for the p
0
-recovery of low dose irradiated samples. It 
is interesting to note that the T -recovery for such samples is shifted to 
c 
somewhat higher temperatures and annealed completely at the end of Stage III; 
This may be a result of the presence of N-ions in the film which become. 
mobile at the end of this Stage as is shown later. 
Stage II is attributed to the growth of interstitial clusters and to 
glide and climb processes of loops under their mutual strain fields. Such 
processes are pronounced for high dose irradiated samples, but are of minor 
importance for low dose irradiated samples (Fig. 31). 
The T -recovery of high dose irradiated samples is connected with all 
c 
Stages observed for p -recovery in roughly equal amounts. This is a clear 
0 
indication that the vacancies are pinned to dislocations and the T -value 
c 
does only depend on the dislocation density surviving each annealing stage. 
In cantrast to the p -recovery
1
the T -recovery is completed at 1275 K. Thus 
0 c 
dilatation zones of extended defects are also excluded as being responsible 
for Tc-enhancements. These results support the findings of previous workers 
/2,3/ who argued that vacancies are ~esponsible for the enhanced T -values 
c 
observed during plastic deformation of bulk Re. Dislocations can be excluded 
as defects which influence T directly, at least after low dose N-irradiation. 
c 
For low dose N-irradiation the p increase was accompanied with T -enhance-
o c 
ments and complete annealing was observed for p and T in Stage III. For 
0 c 
high dose N- and Ar·-irradiated samples the annealing behaviour of Tc can be 
explained by assuming that vacancies are pinned to extended defects and being 
successively released during the annelai;ng procedure. 
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4.4 Impurity stabilized Defects artd Metastahle Phases: 
As mentioned earlier, the purpese of homogeneous ~on implantation was 
to produce intrinsic defects and impurity stabil.ized defects or metastable phases 
separately and to study their infl~ence on the resistivity, T
0 
and structure 




-values of ion 
irradiation and implantation experiments at a constant value of the d~posited 
energy density of 1.5 x 1o26 eV/cm3 • 
Table 12 
Camparisan of increases in T , ßp and cell volume, V at a constant val.ue c 0 c 
of the deposited energy density after implantation and irrad~ation of the 
N- and Ar-ions. 
' 
T K ßp increase in mechanism c 0 
[i3J [l.IS"2cmJ cel vol. 
1 at% .Ar 2.7 •2o.4 1.5% :i,mpl. 
1.9 X 1016 Ar-ions/cm 2 2.3 14.1 1.6% ;i,.rr. 
5.2 at% N 2.8 31.7. 2.6% impl. 
1.3x 1017 N-ions/cm 2 2.5 16.2 2.5% irr. 
It is seen that Ar implantation produces additional increase of 0.4 K 
and 6.3 l.IS"2cm in T and ßp then Ar-irradiation. Similarly N~ion implantation 
c 0 
causes an increase of 0.3 K and 15.5 l.IS"2cm in T and ßp , respectively, compared c 0 
to N-irradiations. Thus it is concluded that a T -saturation level of about 3.0 K 
c 
is reQ.ched due to the formation of impurity defects-complexes. Nitrogen-defect-
complexes are rather effective electron scattering centers indicated by the 
relatively high values of ßp . 
0 
N-concentrations between 6 and 50 at% implanted at RT and LNT temperature 





The structure of this phase (Table 11 col.umn 1) could not be :i,denti~ied. This 
phase was also formed after implantation at LNT and 475 K. Maximum inductive. and 
resistive T0 -values were 3.5 K and 4.0 K, respE;!ctivel.y. 
Above 12 at% N, secend metastabl.e phase was obtained which had a fcc(Bl) 
structure. The lattice parameter of this phase·was founq to depend on the N-con-
centration and varied from 3.93 to 4.02 R as the concentration was changed from 
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13 to 50 at%. The.T -value also increased with the increasing lattice para-c 
meter. It is supposed that this phase has an fcc lattice with NaCl structure 
and a lattice parameter of 4.02 ~. An increase in lattice parameter and T 
c 
with N-concentrations is usually observed l3or nitrides with B1 structure. 
It was interesting to note that at 9 and 45 at% N high stress values 
. . 10 . 10 . 2 
of the· ·order of 14 x 10 and 98 x 10 dynes/cm , respectively were observed 
9 2 (Fig. 24). The pre-implantation stress value was 3 x 10 dynes/cm. At the same 
concentrations the new phases were observed (Table 11) .• Thus it is concluded 
that formation of these phases is accompanied by the appearence öf high stres-
ses which disappeared just after these phases are formed as it was shown in 
Fig. 26 for ReN0 •09 .From the best available information such an effect has not 
been reported in literature. 
Storage of ReN even at RT caused decomposition indicating that it is a 
metastable phase. Annealing experiments and structural studies have shown that 
both above mentioned phases decomposed completely above 645 K. Hahn and Konrad 
/31/ have reported ReN0 ~ 43 (a = 3.93 R> and a decomposition temperature between 
553 and 625 K. 
For N-implantation at concentrations above 42 at% LNT all X-ray lines 
disappeared. Inductive and resistive T -values of 5 and 6 K, respectively, with 
c 
pRT-value of 320 ~ncm were obtained. Both this amorphaus phase and ReN decom~ 
posed at 645 K. It was not possible to decide if this phase was a micro-crystal-
line ReN or amorphaus Re. Matthias and Zachriaseri /62/ have reported a ReN0 •34 
with crystallite size of 20 to 26 R and a T -value of 4 K. Because of the re-
c 
latively high T values observed here, it was assumed that an amorphaus phase of 
c 
Re was stabilized. In order to prove this assumption P-ions were implanted at 
LNT because rhenium phosphides are known to be non-superconductors. 
At 20 at% P, an amorphaus phasewas obtained with a T
0
-value of 7K measured 
both resistively and inductively. No x-ray lines from Re-phosphides could be detected. 
Using the assumption that like crystalline phosphides microcrystalline Re-
phosphides are also not superconducting, this phase was identified as amorphaus 
Re. This phase decomposed above 925 K. Thus an amorphoua phase of rhenium stabi-
lized by phosphoraus has been obtained with a T -value cif 7 K. c 
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